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Abstract: Silver modified polypyrrole electrodes were prepared with the aim of testing
them for the electrooxidation of formaldehyde in alkaline solution. The modification
of polypyrrole by immersion in aqueous AgNO3 solution was studied by cyclic
voltammetry and vacuum techniques (AES and XPS). The influence of time of
immersion and the thickness of the polypyrrole film, prepared by electrochemical
polymerization, on the modification of the polymer were examined. The results ac-
quired from both electrochemical and spectroscopic examinations show that immer-
sion of a polypyrrole electrode in a AgNO3 solution results in its modification with sil-
ver, which is deposited in the elemental state on the surface. The quantity of silver de-
posited depends not only on the immersion time but also on the thickness of the poly-
mer film. A modified PPy/Ag electrode exhibits catalytic activity for the electrooxi-
dation of CH2O in NaOH. In spite of the low quantity of silver, the activity of the elec-
trode for this reaction is comparable to that of a polycrystalline silver electrode.

Keywords: polypyrrole, modification by immersion in AgNO3, AES and XPS tech-
niques, electrooxidation of formaldehyde.

INTRODUCTION

Conducting polymers, due to their remarkable properties, offer a whole new

range of potential electrode materials. In recent years, the possible applications of

these materials have been intensively studied, such as electrodes for batteries,1 in

corrosion as protective films,2 as electrochemical sensors3 but also as high surface

area supports in electrocatalysis.4–9 Polyaniline and polypyrrole have been used the

most as such supports for metallic (mostly Pt but also Pb, Ru, Pd, Rh, Au) or bimetal-

lic (such as Pt/Pd, Pd/Rh, Pt/Sn) catalysts. The conducting polymers were modified

mainly by electrodeposition of catalyst particles on a preformed polymer4–6,8 or by

their incorporation during monomer polymerization.8,9 The deposition of metal or

bimetal particles was also achieved by subsequent reduction of a polymer film previ-
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ously immersed in a solution containing the metal ions in question.6,7 The modified

electrodes showed electrocatalytic activity for the oxidation of small organic mole-

cules, such as methanol, formic acid or other organics,5–7 oxidation of hydrogen8

and reduction of oxygen.4 Although not so widely, the electrochemical or chemical

deposition of silver into polymer films have been studied as well.10–16

It was shown earlier that glassy carbon (a product of the carbonization of polymer

resins) was modified with silver particles simply by its immersion in aqueous AgNO3

solution.17 The modified electrode exhibited high catalytic activity for the oxidation of

small organic molecules in alkaline solution even at low quantities of silver.18

The aim of this work was to investigate both the possibility of modifying

polypyrrole in a similar manner and the activity of such an electrode for the

electrooxidation of formaledehyde in sodium hydroxide solution.

EXPERIMENTAL

All chemicals used were of p.a. purity and the solutions were prepared with high purity water

(Millipore, 18 M� cm resistivity). Pyrrole was redistilled before use, while the formaldehyde was

used as refluxed. The electrolytes were purged with nitrogen before each experiment. All the experi-

ments were performed at room temperature.

Pyrrole was electrochemically polymerized in a three electrode/three compartment cell with a

glassy carbon (GC) working electrode, Pt as the auxiliary and SCE double junction (in acid) or

Hg/HgO (in alkali) as the reference electrode. The potentials are given versus corresponding refer-

ence electrode.

The electrochemical polymerization of pyrrole was carried in 0.1 M HNO3 solution with a

monomer concentration of 0.1 M Py or 0.05 M Py. Cyclic voltammetry was applied in the potential

range between – 0.6 V to 0.8 V vs. SCE at a sweep rate of 50 mV/s. The potential was cycled for 15

or 30 min. The rinsed electrode was then checked in electrolyte free of pyrrole and the thickness of

the film was determined only by the charge passed corresponding to the oxidation and reduction of

polypyrrole. After this, the electrode was transferred in 0.1 M NaOH and the potential was cycled

between –0.6 V and 0.8 V vs. Hg/HgO till steady state.

Modification of the obtained electrode was performed by immersion in 0.1 M AgNO3 solution

for 10 or 20 min. In this way a total of 4 types of electrodes were prepared:

– electrode designated as A (0.1 M Py, polymerization time 15 min, immersion time 10 min),

– electrode designated as B (0.1 M Py, polymerization time 30 min, immersion time 10 min),

– electrode designated as C (0.1 M Py, polymerization time 30 min, immersion time 20 min),

– electrode designated as D (0.05 M Py, polymerization time 15 min, immersion time 10 min).

The silver modified polypyrrole (PPy/Ag) electrodes were examined in 0.1 M NaOH by cyclic

volatmmetry in the potential range from –0.6 V to 0.9 V vs. Hg/HgO at a sweep rate of 50 mV/s.

PPy/Ag electrodes were tested for electrooxidation of 0.1 M CH2O in 0.1 M NaOH by cyclic

voltammetry (potential range from –0.6 V to 0.9 V vs. Hg/HgO, sweep rate 50 mV/s) using a station-

ary or a rotating electrode (rpm 1600).

Voltammograms were recorded using standard set – up with PAR Model 273 potentiostat and

Philips Model 8033 X-Y recorder.

Another set of as prepared PPy/Ag electrodes was used for vacuum characterization tech-

niques (Auger-electron spectroscopy (AES) and X-ray photoelectron spectroscopy (XPS)). The

AES spectra were recorded using a RIBER spectrometer with a primary electron beam acceleration

voltage of 3 keV and an absorbed beam current of 3 �A. The XPS spectra were recorded using a

RIBER OPX 150 photoelectron spectometer with an Al K� X-ray source with a power of 50 W. All

the spectra presented were obtained by 20 moving-point average curve smoothing.
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RESULTS AND DISCUSSION

Earlier studies showed that simple immersion of glassy carbon in an aqueous

solution of AgNO3 results in the deposition of Ag metal particles17 and the electrode

obtained was active for the oxidation of small organic molecules.18,19 In the present

work, with the aim of investigating the oxidation of formaldehyde in basic solution,

similar electrodes based on polypyrrole instead of glassy carbon were prepared.

Two procedures are described in the literature11,16 regarding the immersion of

polypyrrole films in AgNO3 solutions for the extraction of silver. Pickup et al.11

extracted silver by acid-base treatment of polypyrrole. This treatment of the poly-

mer results in its deprotonation/protonation.20 Thus, the procedure applied by

Pickup and coworkers11 included galvanostatic polymerization of pyrrole in ace-

tate buffer soltion, treatment of the polymer in NaOH for 5 h and immersion of the

polymer in silver solution in HNO3. Another group, F.-Y. Song and coworker,16
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Fig. 1. Cyclic voltammogram for a polypyrrole covered GC electrode in: a) 0.1 M HNO3 solu-

tion; b) 0.1 M NaOH solution (sweep rate 50 mV/s).



polymerized pyrrole in KNO3 solution applying chronocoulometry and the ob-

tained PPy-NO3 film was immersed in AgNO3 solution under the open-circuit po-

tential. The procedure used in this work is, in some respects, a modified combina-

tion of these two. It enables the simple preparation of stable silver modified

polypyrrole (PPy/Ag) electrodes for application in alkaline solutions.

Pyrrole was polymerized in 0.1 M HNO3 by cyclic voltammetry. The CV re-

corded in HNO3 free of pyrrole, presented in Fig. 1a, is similar to the CV of a PPy

electrode prepared in 0.1 M KNO3 solution3 and is characteristic for polypyrrole

doped with NO3
– anions. As the aim of this work was to prepare electrodes for the

oxidation of CH2O in basic solution, the PPy electrode was cycled in 0.1 M NaOH

(the CV recorded is presented in Fig. 1b). During this cycling, the exchange of dop-

ant anion with OH– ions should occur.21 Treatment of the polymer film in base de-

creases the conductivity of the film,22,23 but as can be seen from Fig. 1b, the elec-

trode is still active enough for further applications. The thoroughly rinsed elec-

trode was then immersed in 0.1 M AgNO3 solution. In this way, using the mono-

mer concentration, polymerization time and immersion time as variables, in total

four types of electrodes (designated A – D) were prepared.

The modified electrodes were characterized by voltammetry in 0.1 M NaOH.

The procedure applied was as follows: PPy/Ag electrode, after having been in con-

tact with 0.1 M AgNO3 solution, was thoroughly rinsed and immersed under a po-

tential of 0.1 V vs. Hg/HgO (a value between the reduction and oxidation of silver) in

0.1 M NaOH, and scanning of the potential was started in the anodic direction. As

shown in Fig. 2a (for electrode B), already in the first cycle, an anodic peak of the ox-

idation of silver was recorded, which means that silver is deposited in the zero valent

state which is in agreement with Pickup11 and Song.16 Also, a somewhat lower

quantity of silver was detected in this first cycle in comparison with the subsequent

cycles, with a cathodic potential limit at – 0.6 V vs. Hg/HgO. This is due to the reduc-

tion of silver cations which remained in the film after rinsing either as Ag+ from

AgNO3 or as AgOH (subsequently Ag2O) precipitated in a reaction between OH–

from and within the PPy film and Ag+ from the solution. The cyclic voltammogram

in Fig. 2a (for electrode B), displays oxidation peaks for Ag � Ag2O (A1) and re-

duction peak Ag2O � Ag (C1) which resembles the one for a GC/Ag electrode with

a small quantity of Ag.17 The poorly defined peaks (A2) and (C2) should correspond

to the further oxidation of Ag and Ag2O � AgO and the reduction AgO � Ag2O

and Ag, respectively. However, while the cathodic peak (C1) is recorded at practi-

cally the same potential for a PPy/Ag as for a GC/Ag electrode, the anodic peak (A1)

recorded for a PPy/Ag is at a less positive value by some 200 mV and thus the peak

separation is smaller. These differences between a PPy/Ag and a GC/Ag electrode

might be due to the nature and morphology of the substrates being different, leading

to a different distribution and size of the Ag particles.
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TABLE I. Double layer charge of the PPy electrodes determined in 0.1 M HNO3 and 0.1 M NaOH

solutions and the quantity of silver deposited on the PPy/Ag electrodes

Electrode q/mC cm-2 (HNO3) q/mC cm-2 (NaOH) m Ag mol cm-2

PPy/Ag – A 19.2 3.1 9.8 � 10
–-10

PPy/Ag – B 28.8 5.6 7.3 � 10
-9

PPy/Ag – C 30.4 6.0 3.8 � 10
-8

PPy/Ag – D 13.7 2.4 traces

With GC/Ag electrodes, the quantity of silver deposited depends not only on

the immersion time but also on the pretreatment of the GC electrode.17 In the case

of phlypyrrole, besides the immersion time, the thickness of the film and the mono-

mer concentration were examined as variables that might effect the quantity of Ag
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Fig. 2. Cyclic voltammogram for PPy/Ag – B electrode in: a) 0.1 M NaOH solution; b) 0.1 M

NaOH + 0.1 M CH2O solution (sweep rate 50 mV/s, rotation rate 1600 rpm for - - -).



deposited. The quantity of Ag was calculated by integration of the anodic peak

(A1) on the CV. The calculated values for each electrode are given in Table I.

Hence, for the same immersion time (10 min), the quantity of Ag was higher on the

electrode formed with a higher monomer concentration (0.1 M Py), only traces of

Ag being found when 0.05 M Py was polymerized (electrodes A and D, respec-

tively). Also, a smaller quantity of Ag was deposited on the thinner film than on the

thicker one (electrodes A and B, respectively), which is in accordance with Song et

al.16 As expected, a longer time of immersion enabled a higher quantity of Ag to be

deposited (electrodes B and C, respectively).

The modified PPy/Ag electrodes, except electrode D, were also examined for the

oxidation of 0.1 M CH2O in 0.1 M NaOH. The oxidation of formaldehyde at the

PPy/Ag – B electrode is presented in Fig. 2b. The reaction starts at –0.5 V vs. Hg/HgO,

but the peak maximum is reached at 0.2 V, i.e., at the potential of Ag � Ag2O oxida-
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Fig. 3. AE spectra (a) and XP spectra (b) of PPy/Ag – B electrode (insert in Fig. 3a is the en-

larged encircled part of the spectra).



tion. Reversal of the direction of the voltage scan on a stationary electrode results in the

loss of its activity and the electrode is blocked with gas dubbles. These bubbles are

probably hydrogen as the electrooxidation of CH2O in NaOH at a Au electrode is also

accompanied with the evolution of hydrogen.24 However, if the next sweep is re-

corded at a rotating PPy/Ag electrode, then the curve during the reverse sweep is prac-

tically superimposed on the curve recorded during the sweep in the positive direction.

This should mean that no significant poisoning of the active sites of the electrode oc-

curs. Similar results were obtained with the electrodes A and C.

Although the oxidation of CH2O takes place at pure Ag (not on a surface cov-

ered with oxides), this reaction has been examined at the PPy/Ag electrodes over a

wide potential range which, by comaprison with GC/Ag electrodes, includes the

potentials of oxide formation. Namely, the oxidation of CH2O on bulk Ag pro-

ceeds before the oxide formation and if the potential range includes the potentials

of oxide formation the electrode will gradually lose its activity. In contrast, the

GC/Ag electrode is active even over this wide range of potentials in both the posi-

tive and negative sweep direction.19 The results described here, however, show

that the PPY/Ag electrodes are similar to a polycrystalline Ag electrode. The CV

recorded on a stationary electrode is similar to that of the rough surface of

polycrystalline silver.18 This is not surprising, as PPy/Ag is a high surface area

supported electrode.

The surface of PPY/Ag electrodes was characterized using the AES (Au-

ger-electron sprectroscopy) and XPS (X-ray photoelectron spectroscopy) methods

as well. AE and XP spectra were recorded at four different points on the surface of

the sample and were similar at all points. The presented spectra are the average

spectra for these four points. The AE spectra of the surface composition of the

PPY/Ag – B electrode, oxhibited in Fig. 3a, shows that silver is present on the sur-

face. The XP spectra for the same electrode (Fig. 3b) shows that the Ag3d5/2 transi-

tion occurs at 368.5 eV (� 0.1 eV for the four different points) and the spin orbital

separation of the Ag3d level is 6.0 eV (and a Ag MVV Auger peak at 358.4 eV – not

presented). These are statistical values for silver in the metallic form25,26 and are in

accordance with those from the literature.16 Thus, the results obtained confirm the

conclusion gained from cyclic voltammetry that simple immersion in AgNO3 solu-

tion results in polypyrrole modified with silver in the zero valent state, deposited in

the polymer film as a result of electroless reduction of silver ions.11,14–16

CONCLUSION

The above-described preliminary examinations gave some new results regard-

ing the modification of polypyrrole with silver particles simply by immersion in

AgNO3 solution. The silver is deposited in the zero valent state and its quantity de-

pends on the immersion time, thickness of the polymer film and concentration of

monomer used for the polymerization. The conclusions based on the electrochemi-
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cal characterization of the PPy/Ag electrode are confirmed also by AES and XPS

surface examination. The modified PPy/Ag electrode is active for the oxidation of

CH2O in NaOH in spite of the rather low quantity of silver and is comparable with

a polycrystalline Ag electrode.

Based on the preliminary results, we believe that it might be possible to im-

prove the activity of the PPy/Ag electrode for the oxidation of CH2O by optimizing

the conditions applied during the polymerization of pyrrole and the modification

of the polymer with silver.
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I Z V O D

KARAKTERIZACIJA I ELEKTROKATALITI^KA PRIMENA

POLIPIROLA MODIFIKOVANOG SREBROM

V. M. JOVANOVI], S. TERZI] I A. DEKANSKI

Institut za hemiju, tehnologiju i metalurgiju, Centar za elektrohemiju, Wego{eva 12, p. pr. 473, 11001

Beograd

Elektrode od polipirola modifikovanog srebrom (PPy/Ag) ispitivane su za

elektrooksidaciju formaldehida u natrijum-hidroksidu. Polipirol je modifikovan

samo urawawem u rastvor srebro-nitrata, a dobijene elektrode su ispitivane cikli-

~nom voltametrijom i vakuum tehnikama (AES i XPS). Polipirol je dobijen elektro-

hemijskom polimerizacijom pirola, a ispitivan je uticaj vremena urawawa i debqine

polimernog filma na modifikaciju polimera srebrom. Rezultati dobijeni elektro-

hemijskim i spektroskopskim ispitivawima su pokazali da se polipirol urowen u

rastvor srebro-nitrata spontano modifikuje srebrom koje se talo`i u elementarnom

obliku. Koli~ina natalo`enog srebra zavisi ne samo od vremena urawawa ve} i od

debqine polimernog filma. Modifikovane elektrode PPy/Ag pokazuju kataliti~ku

aktivnost za elektrooksidaciju formaldehida u natrijum-hidroksidu. Aktivnost ovih

elektroda i pri malim koli~inama spontano natalo`enog srebra, uporediva je sa

aktivno{}u polikristalne srebrne elektrode.

(Primqeno 9. marta, revidirano 29. juna 2004)
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