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The effect of reversing current deposition on the apparent
density of electrolytic copper powder
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The possibility of depositing copper powders with different apparent density by
changing the shape of reversing current wave is shown. The morphology and cry-
stallinity of powder particles can be varied considerably by changing shape of the re-
versing current wave and, hence, the apparent density of powders. The relation of appar-
ent density with particle morphology and structure was illustrated.
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INTRODUCTION

It is well known that the reversible potential of a surface with a radius of curvature
r would depart from that of a planar surface by the quantity �Er according to:

�Er =
2�V

Fr
m (1)

where � is the surface tension and Vm the molar volume of deposited metal.1 For ex-
ample, this makes the equilibrium potential of a spongy deposit 7–10 mV more
cathodic than that of zinc foil.2,3 As a result of this, the formation of spongy deposits
can be completely prevented by pulsating overpotential electrodeposition,4 as can
the branching of dendrities,5 due to the faster dissolution of electrode protrusions
with lower tip radii relative to ones with larger tip radii or to the flat surface during
the pause. Recently, a semi-quantitative analysis of this effect was also been per-
formed.5 In this way, globular copper powder particles can be obtained6 and even
monocrystalline ones of silver.7 A similar effect was obtained in the reversing cur-
rent deposition of metal powder,8,9 but the analytical approach is not yet available.

It was shown in a previous paper10 that the apparent density of electrochemically
obtained copper powder depends strongly on the structure of the powder particles. The
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more dendritic particles that are deposited, the smaller is the apparent density of pow-
der. Also copper powders with different apparent densities were obtained by changing
the conditions of the deposition process10 such as: electrolyte composition (acid and
copper content), electrolyte temperature, electrolyte circulation rate, current density
and brush-down interval.

On the other hand, as was earlier pointed out,11 the same effects can be expected
by changing the parameters which determine the shape of the deposition reversing cur-
rent wave, the other deposition conditions remaining unchanged. The aim of this paper
is to show the morphologies of powder particles and apparent densities of copper pow-
ders obtained by different regimes in reversing current (RC) deposition, as well as the
apparent densities of the powders.

EXPERIMENTAL

Copper powders were deposited by reversing current. The amplitude current value was 3600
A/m2. The anodic times were varied from 0.2 s to 2 min and the cathodic time from 1 s to 5 min. The
brush-down interval was 15 minutes, and all other parameters were the same as in a previous paper.10

The powders were treated in the same way as in the previous paper.10

The photomicrographs of the powder particles were taken under magnifications: �200, �1000
and �3500 using a JOEL T20 microscope.

RESULTS AND DISCUSSION

The SEM photomicrographs of copper powder particles obtained using different
reversing current regimes are shown in Figs. 1–6. Particles of considerably different
grain size and morphology were obtained.

62 POPOV et al.

Fig. 1. The powder particles obtained by DC, cur-
rent density 3600 A/m2, fraction (149–177) �m
and apparent density 0.524 g/cm3. a) �200; b)
�1000 and c) �3500.



The SEM photomicrographs of the powder particles obtained by direct current
(DC) are presented in Fig. 1. The powder particles on the “macrolevel” are branched
(Fig. 1a) and very disperse on the “microlevel” (Figs. 1b and c). This leads to a very
small apparent powder density (0.524 g/cm3). The same magnifications but with re-
versing current are shown in Figs. 2–4. As expected, the particles are “shaved” (�200)
by the anodic current flow on the “macrolevel” and the structure on the “microlevel”
(�1000 and �3500) is more dense, which results in a considerable increase of the appar-
ent density of the copper powders.

The particles obtained using current waves characterized by a cathodic, tc, to an-
odic, ta, time ratio 5 are shown in Figs. 2–4. It is interest to note that the deposition time
has an appreciable effect on the structure of particles. Namely, the structure of powder
particles obtained by cathodic times 5 min, 5 s and 1 s are quite different with increasing
compactness of the particles as well as increasing apparent density with decreasing de-
position time of the powder. This dependence will be analysed in further studies, but,
for instance, it is important to conclude that an increase in the compactness of powder
particles leads to an increase of the apparent density of the powders. This is in perfect
agreement with the results of a previous paper.10

Increasing the anodic dissolution time leads to a further increase of the apparent
density of the copper powders and to a decrease of the dendritic character of the powder
particles, as is shown in Figs. 5 and 6.

The effect of increasing the anodic dissolution time is less pronounced in the min-
ute range than in the second one, as can be seen from Figs. 5 and 6. In the second range,
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Fig. 2. The same as in Fig. 1 but for the RC. Am-
plitude current density 3600 A/m2. Cathodic to
anodic time ratio 5. Cathodic pulse duration 5
min. Apparent density 0.590 g/cm3. a) �200; b)
�1000 and c) �3500. The powder was not sieved.
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Fig. 3. The powder particles obtained by RC.
Amplitude current density 3600 A/m2. Cathodic
to anodic time ratio 5. Cathodic pulse duration 5
s. Apparent density 0.652 g/cm3. a) �200; b)
�1000 and c) �3500. The powder was not sieved.

Fig. 4. The powder particles obtained by RC.
Amplitude current density 3600 A/m2. Cathodic
to anodic time ratio 5. Cathodic pulse duration 1
s. Apparent density 0.772 g/cm3. a) �200; b)
�1000 and c) �3500. The powder was not sieved.
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Fig. 5. The powder particles obtained by RC.
Amplitude current density 3600 A/m2. Cathodic
to anodic time ratio 5. Cathodic pulse duration 5
min. Apparent density 0.644 g/cm3. a) �200; b)
�1000 and c) �3500. The powder was not sieved.

Fig. 6. The powder particles obtained by RC.
Amplitude current density 3600 A/m2. Cathodic
to anodic time ratio 2.5. Cathodic pulse duration
1 s. Apparent density 1.624 g/cm3. a) �200; b)
�1000 and c) �3500. The powder was not sieved.



the powder particles are agglomerates of monocrystal subparticles and the apparent
density becomes 1.624 g/cm3. The effect of deposition and dissolution times on the
morphology of powder particles for pulsating overpotential (PO) deposition was dis-
cussed in a semiquantitative way.5

Obviously, for the RC case, this discussion can be performed on the basis of that
for PO in a qualitative way. The selective dissolution of the electrode surface during the
anodic time takes place only at points with very small radii of curvature, which dissolve
faster than flat parts of the surface or at points with larger tip radii. In the minute range,
the duration of selective dissolution must be shorter compared to the overall anodic dis-
solution time, because the tip radii of dendrites or dendrite branches very quickly be-
come sufficiently large to make the effect of selective dissolution negligible and the
particles dissolve uniformly. A decrease of the overall dissolution time leads to a de-
crease of the time in which the particles dissolves uniformly and the effect of selective
dissolution is more pronounced from the point of view of the Kelvin effect, i.e., the se-
lective dissolution on the particle “macrolevel”, making the particles less branched.

On the other hand, the adatoms which are not included completely in the metal
lattice will be dissolved faster than those which are included in it, which has the effect of
selective dissolution on the “microlevel” of the particle which results in the formation
of regular crystal forms. The effect of decreased dissolution time from the minute to the
second range is the same as in the case of the particle “macrolevel”.

In this way it was shown that the morphology and crystalline structure of powder
particles can be varied considerably by the changing of the shape of the RC current
wave and, hence, the apparent density of powders. Amore detailed analysis of the effect
of all parameters determining the shape of an RC wave and the deposition conditions on
the apparent density of copper powders will be the subject of further investigations.

I Z V O D

UTICAJ REVERSNE STRUJE NA NASIPNU MASU PRI ELEKTROLITI^KOM

TALO@EWU BAKARNOG PRAHA

K. I. POPOV1, Q. J. PAVLOVI]2, E. R. IVANOVI]3, V. RADMILOVI]1 i M. G. PAVLOVI]2

1Tehnolo{ko-metalur{ki fakultet Univerziteta u Beogradu, Karnegijeva 4, 11000 Beograd,
2IHTM – Centar za elektrohemiju, Wego{eva 12, 11000 Beograd i 3Poqoprivredni fakultet

Univerziteta u Beogradu, Nemanjina 6, 11080 Zemun – Beograd

U radu je pokazana mogu}nost dobijawa bakarnih prahova razli~itih nasipnih

masa promenom oblika talasa reversne struje. Uspostavqena je zadovoqavaju}a veza

izme|u morfologije i strukture ~estica praha bakra i nasipne mase praha.

(Primeqeno 6. juna 2001)

REFERENCES

1. J. L. Barton, J. O’M. Bockris, Proc. Roy. Soc. London 268 (1962) 485
2. R. Yu. Bek, N. T. Kudryavtsev, Zh. Fiz. Khim. 34 (1961) 2020
3. K. I. Popov, M. D. Maksimovi}, Theory of the effect of electrodeposition of a periodically changing

rate on the morphology of metal deposits, in Modern Aspects of Electrochemistry, Vol. 19, B. E.
Conway, J. O’M. Bockris, Eds. Plenum Press, New York, 1989

66 POPOV et al.



4. K. I. Popov, D. N. Ke~a, M. D. An|eli}, J. Appl. Electrochem. 8 (1978) 19
5. K. I. Popov, E. R. Stojilkovi}, V. Radmilovi}, M. G. Pavlovi}, Powder Technology 93 (1997) 55
6. K. I. Popov, M. D. Maksimovi}, M. G. Pavlovi}, G. R. Ostoji}, J. Appl. Electrochem. 7 (1977) 331
7. M. G. Pavlovi}, M. D. Maksimovi}, K. I. Popov, M. B. Kr{ul, J. Appl. Electrochem. 8 (1978) 61
8. K. I. Popov, M. G. Pavlovi}, B. A. Mitrovi}, B. V. Toperi}, J. Appl. Electrochem.21 (1991) 50
9. M. G. Pavlovi}, K. I. Popov, G. @. Removi}, V. P. Komneni}, @. V. [trba~ki, Hydrometallurgy 35

(1994) 267
10. M. G. Pavlovi}, Lj. J. Pavlovi}, E. R. Ivanovi}, V. Radmilovi}, K. I. Popov, J. Serb. Chem. Soc., in

press
11. K. I. Popov, M. G. Pavlovi}, Electrodeposition of metal powders with controlled grain size and

morphology, in Modern Aspects of Electrochemistry, Vol. 24, R. E. White, J. O’M. Bockris, B. E.
Conway, Eds. Plenum Press, New York, 1993.

REVERSING CURRENT COPPER POWDER DEPOSITION 67


