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Abstract: One of the most important factors in corrosion prevention by protective 
coatings is the loss of coating adhesion under environmental influence. In this 
work, the adhesion of epoxy cataphoretic coatings was examined on steel and steel 
modified by Zn–Fe and Zn–Co alloys. The dry and wet adhesions of epoxy primers 
were measured by the direct pull-off standardized procedure, as well as indirectly 
by the NMP test. The corrosion stability of the coated samples was investigated by 
electrochemical impedance spectroscopy. It was shown that under dry testing con-
ditions all the samples exhibited very good adhesion. However, different trends of 
adhesion loss of different protective systems during exposure to a corrosive agent 
(3 % NaCl solution) were observed. The lowest adhesion values were obtained for 
epoxy coating on the steel substrate. The change in adhesion of the epoxy coating 
on steel modified by Zn–Co alloy during immersion in 3 % NaCl solution for 24 
days was the smallest of all the investigated samples. Electrochemical impedance 
measurements in 3 % NaCl solution confirmed the good protective properties of 
this protective system, i.e., greater values of pore resistance were obtained. 

Keywords: adhesion, Zn–Fe alloy, Zn–Co alloy, epoxy coating, electrochemical im-
pedance spectroscopy. 

INTRODUCTION 

The most important properties of a protective coating are the anticorrosive 
action and the adhesion to the substrate.1−4 Thus, the determination of adhesion 
is often used when characterizing protective properties of organic coatings on a 
metal substrate. In principle, paint adhesion can be improved by providing a sub-
strate with a pre-treatment layer, followed by the application of a corrosion-inhi-
biting primer and a topcoat paint. One of the frequently used steel pre-treatments 
is electrochemical deposition of Zn alloys,5−8 especially in the automotive indus-
try, because of the increased requirements for coatings with longer service life, as 
well as being good replacements of toxic cadmium coatings.9 
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In this work, different methods were used to determine if and to what extent 
the adhesion of epoxy coatings depends on the modification of a steel substrate 
with zinc alloys. In addition, the results of the various methods (pull-off test, NMP 
test and EIS) were compared to determine whether they showed the same tendency. 

EXPERIMENTAL 
Electrodeposition of Zn alloys 

The steel panels (40 mm×40 mm×0.25 mm employed for the adhesion pull-off measurements 
and 14 mm×14 mm×0.25 mm for the NMP test) were pretreated by mechanical cleaning (polishing 
successively with emery papers of the following grades: 280, 360, 800 and 1000) and then de-
greased in a saturated solution of sodium hydroxide in ethanol, pickled with a 1:1 hydrochloric acid 
solution for 30 s and finally rinsed with distilled water. 

Zn–Fe Alloys were deposited galvanostatically at 4.0 A dm-2 on a steel panel at 25 °C from an 
alkaline bath: 0.09 mol dm-3 ZnSO4, 0.01 mol dm-3 FeSO4, 0.01 mol dm-3 ascorbic acid, ≈ 0.2 mol dm-3 
triethanolamine, 30 g dm-3 Na2SO4 and 80 g dm-3 NaOH (pH ≈ 14).10 Zn–Co Alloys were deposi-
ted galvanostatically at 5.0 A dm-2 on a steel panel from a chloride bath11 at 25 °C: 80 g dm-3 
ZnCl2, 16 g dm-3 CoCl2⋅6H2O, 25 g dm-3 H3BO3 and 210 g dm-3 KCl. 

The employed electrolytes were prepared using p.a. chemicals (Merck, Aldrich, and Fluka) 
and double distilled water. The thickness of the Zn alloys was 10 µm. 
Surface roughness 

The surface roughness of the steel surface, Zn–Fe and Zn–Co alloys, as substrates for the 
deposition of an epoxy coating, was determined by a TR-200 handheld roughness tester. 
Electrodeposition of epoxy coatings 

Epoxy (pigmented) coatings were electrodeposited from an epoxy resin emulsion modified by 
amine and isocyanate on steel and a steel surface previously modified by Zn–Fe and Zn–Co alloy, 
using the constant voltage method (CATOLAC emulsion 543.052, produced by PPG). The resin 
concentration in the electrodeposition bath was a 10 wt. % solid dispersion in water at pH 5.7; the 
temperature was 26 °C and the applied voltage was 250 V.12 After coating for 3 min, the coatings 
were rinsed with distilled water and cured at 180 °C for 30 min. The film thickness, determined by 
a Fischer Dualscope-Mpor, was 17±1 µm. 
Adhesion measurements 

The adhesion strength of the epoxy coatings on the metal substrates was determined by two 
methods: by the direct pull-off standardized procedure and by determining the NMPRT (N-methyl-
pyrrolidone retention time). 
Pull-off test 

The adhesion strength of the epoxy coatings on steel and steel modified by Zn–Fe and Zn–Co 
alloys was determined by an Erichsen Adhesionmaster 513 MC/525 MC. The adhesion measure-
ments were performed prior to exposure to 3 % NaCl solution (“dry” adhesion), as well as at cer-
tain time intervals during exposure to a 3 % NaCl solution at room temperature for a period of 24 
days (“wet” adhesion). 

For each type of protective system, five samples were tested and the average value of these 
measurements was taken. For all measurements only the ones with adhesive failure were taken into 
account. 
NMP Test 

The employed N-methylpyrrolidone (NMP) was of p.a. purity. In the NMP delamination test13 
panels of 2 cm2 area were immersed in NMP at 60 °C. The paint always delaminated from the 
edges inwards. The time when the paint had completely delaminated was recorded. The experiment 
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was performed five times per panel and the average value was calculated as the NMPRT (NMP 
retention time, or the time for the paint film to delaminate completely from the substrate) for a 
particular primer–metal combination. Each panel was always treated in a fresh solvent. 
Electrochemical impedance spectroscopy (EIS) 

For the a.c. impedance measurements, the coated samples were exposed to 3 % NaCl in 
distilled water for 24 days. A three-electrode cell arrangement was employed for the experiments. 
The working electrode was a coated sample situated in a special Teflon holder. The counter elec-
trode was a platinum mesh with a surface area considerably greater than that of the working elec-
trode. The reference electrode was a saturated calomel electrode (SCE). The a.c. impedance data 
were obtained at the open-circuit potential using a PAR 273 potentiostat and PAR 5301 lock-in am-
plifier. The impedance measurements were performed over a frequency range of 100 kHz to 10 mHz 
using a 5 mV amplitude sinusoidal voltage. The impedance spectra were analyzed using a suitable 
fitting procedure.14 

RESULTS AND DISCUSSION 

Adhesion measurements 
Adhesion is based on the chemical and physical forces between the top side 

of the metal substrate and the under side of the paint which covers the metal 
surface. To understand more about the forces between these two phases, i.e., the 
metal substrate and the paint film, these forces should be measured. Two dif-
ferent adhesion tests were applied in order to gain some insight as to what kind of 
substrate would provide the best adhesion and for a more fundamental reason, to 
show how a surface roughness along with the surface wetability affect the adhe-
sion as well as the corrosion resistance of protective systems. 
NMP Test 

NMP is a highly polar solvent and it is capable of forming strong hydrogen 
bonds, allowing it to rapidly diffuse into organic coating and causing extensive 
swelling.13 Due to the swelling, shear stresses are imposed at the metal/coating 
interface. These shear stresses are, in most cases, relaxed by delamination of the 
coating. Thus longer the time until delamination, the better is the adhesion. The 
time for the paint film to delaminate completely and intact from the substrate, 
defined as NMP retention time (NMPRT), was recorded. 

NMP Adhesion tests were performed initially before exposure to 3 % NaCl, 
i.e., on the dry films, and the results are presented in Table I. 

The highest NMP retention time (NMPRT) was obtained for the epoxy coa-
ting on steel modified by Zn–Co alloy. For epoxy coating on steel modified by 
Zn–Fe alloy, the delamination time was slightly shorter. These results point to 
higher initial adhesions of the epoxy coating on steel modified by Zn alloys as 
compared to the bare steel substrate. 
Pull-off measurements 

Wet adhesion, or the adhesion of a coating which is exposed to moisture, 
water or a corrosive agent, is very important because in the presence of moisture 
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the conditions can be simulated which occur in practical conditions.4 For this 
reason, it is important to also know the adhesion strengths of protective systems 
which are exposed to a corrosive media. 
TABLE I. NMPRT Values for epoxy coatings on steel and steel modified by Zn–Fe and Zn–Co 
alloys before exposure to 3 % NaCl 

Substrate NMPRT / min 
Steel 3.0 
Steel + Zn–Fe alloy 4.7 
Steel + Zn–Co alloy 6.3 

The pull-off results of the change of adhesion strength with time of immer-
sion in NaCl solution for epoxy coatings on different substrates are shown in Fig. 1. 

A general trend of decreasing adhesion strength with increasing exposure 
time was observed for all samples. The best performance was obtained for the 
epoxy coatings on steel modified by Zn–Co alloy, throughout the whole investi-
gated time. The lowest values for both dry and wet adhesion were obtained for 
the epoxy coating on the steel substrate. Initially, during the first few days, the 
values of the adhesion strengths for epoxy coating on steel modified by Zn–Fe and 
Zn–Co alloy were very similar. However, after about 7 days, the adhesion strength 
of the epoxy coating on steel modified by Zn–Fe alloy drops sharply, whereas that 
of the epoxy coating on steel modified by Zn–Co alloy decreases only slowly, in-
dicating a more stable protective system during exposure to a corrosive agent. 

Fig. 1. The pull-off strength for epoxy 
coatings on steel and steel modified by 
Zn–Co and Zn–Fe alloys during expo-
sure to 3 % NaCl solution. 

The reductions of adhesion after one day of exposure to the corrosive agent 
and after the whole investigated time period are shown in Table II. Of all the 
protective systems investigated in this work, the smallest reduction of adhesion 
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was obtained for the epoxy coating on steel modified by Zn–Co alloy. After one 
day of exposure, the reduction of adhesion was very similar for epoxy coatings 
on both Zn alloys, but after 24 days of exposure to 3 % NaCl, the reduction of 
adhesion for epoxy coating on Zn–Co alloy was significantly lower (40 %) as 
compared to Zn–Fe alloy (60 %). 
TABLE II. Dry and wet adhesion ( in N mm-2) and percentage of adhesion reduction after one day 
and 24 days of exposure to 3 % NaCl 

Substrate 
 

Steel Steel + Zn–Fe alloy Steel + Zn–Co alloy  
Dry adhesion 1.9 4.5 4.6 

one day 1.6 4.2 4.3 Wet adhesion 
24 days 0.45 1.8 2.8 
one day 15.8 6.7  6.5 Adhesion reduction 
24 days 76.3 60 40 

The obtained initial values of adhesion strength (dry adhesion, Table II) 
compare very well with the results obtained using the NMP test (Table I), where 
it was also shown that the lowest adhesion was obtained for the epoxy coating on 
the steel substrate. 

Surface roughness and wetability 
Theoretically, for optimal adhesion, it would be important for the polymer 

solution to fully penetrate into the pores of the surface layer. Penetration of the 
polymer solution into the pores on a rough surface, i.e., surface wetability by the 
polymer solution, depends on the contact angle and the shape of the pores. If 
these are favorable, which means greater surface roughness and smaller contact 
angle, i.e., better wetability, a significant penetration may occur at equilibrium. 

The values of surface roughness, Ra, on the steel substrate and the steel 
modified by electrochemically deposited Zn–Co and Zn–Fe alloys are given in 
Table III. Contact angle, φ, between the polymer solution and the different sub-
strates was determined by the drop test and the results are also given in Table III. 
TABLE III. The values of surface roughness, Ra, and contact angle, φ, for epoxy coatings on steel 
and steel modified by Zn–Co and Zn–Fe alloys 

Substrate  
Steel Steel + Zn–Fe alloy  Steel + Zn–Co alloy  

Ra / µm 0.250 1.77 0.913 
φ / ° 45 10 Complete 

The high value of surface roughness for the steel modified by Zn–Co alloy 
and the complete wetability by the epoxy emulsion could explain the good initial 
adhesion of this protective system. On the other hand, the large contact angle on 
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the steel surface, indicating the poor wetability of this substrate, together with the 
smallest surface roughness result in poor bonding of the epoxy emulsion with the 
steel surface and, as a consequence, the smallest adhesion was obtained for this 
protective system (Tables I and II, Fig. 1). A higher value of Ra but also a larger 
φ, results in almost the same value of dry adhesion (Table II). 

The better adhesion of the epoxy coating on steel modified by Zn alloys com-
pared to the same epoxy coating on steel can be explained as follows. Namely, it 
is well known the metal surfaces are generally covered with oxides and contain 
some hydrated polar groups, which is favorable in respect to bonding to an orga-
nic coating. In order to wet the surface and bond to the metallic substrate, polar 
primers require an oxide layer. It is well known that hot-dip galvanized steel, i.e., 
Zn coatings, and Zn alloy coatings form zinc oxide and zinc hydroxide on their 
surfaces immediately after galvanizing. The results shown in Fig. 1 and Tables I 
and II indicate that bonds between the epoxy coating used in this work and zinc 
oxide and/or zinc hydroxide are stronger than the ones formed with iron oxides, 
which normally cover a steel surface. 

Electrochemical properties 
The Nyquist plots for the impedance of the epoxy coatings electrodeposited 

on steel and steel modified by Zn–Co and Zn–Fe alloys on the first day (after 2 
hours) and after 8 days of exposure to 3 % NaCl are shown in Figs. 2 and 3, res-
pectively. It can be seen from Figs. 2 and 3 that the epoxy coating on steel 
modified by Zn–Co alloy has larger values of the pore resistance than the epoxy 
coating on steel and steel modified by Zn–Fe alloy. 

 
Fig. 2. Nyquist plots for epoxy coatings on steel and steel modified by 

Zn–Co and Zn–Fe alloys, on the first day of exposure to 3 % NaCl. 

A general equivalent electrical circuit model for the behavior of polymer-coa-
ted metal in corrosive environments was used (Fig. 4),15,16 where RΩ is the ele-
ctrolyte resistance, Rp is the coating pore resistance, Cc is the coating capaci-
tance, Rct is the charge transfer resistance and CPE is a constant phase element, 
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which represents all the frequency-dependent electrochemical phenomena, name-
ly the double-layer capacitance and diffusion processes. The fitting of experi-
mental data obtained using the procedure elaborated by Boukamp14 enabled the 
determination of the pore resistance, Rp for the films formed on steel and steel 
modified by Zn alloys. The values of pore resistance for different protective sys-
tems, as a function of time of exposure to 3 % NaCl, are given in Table IV. 

 
Fig. 3. Nyquist plots for epoxy coatings on steel and steel modified by Zn–Co and Zn–Fe alloys, 

after 8 days of exposure to 3 % NaCl. 

CPE

Rct

Rp

Cc

RΩ

Fig. 4. Equivalent electrical circuit of a poly-
mer-coated metal. 

It can be seen that the values of the pore resistance for the epoxy coating on 
steel modified by Zn–Co alloy are larger compared to the epoxy coating on steel 
and steel modified by Zn–Fe alloy, indicating again the good corrosion stability 
of this protective system. This result is in good agreement with the adhesion mea-
surements (Fig. 1, Tables I and II), where it was shown that this protective sys-
tem had the highest adhesion values. 

The smaller values of the pore resistance for the epoxy coating on Zn–Fe al-
loy as compared to the epoxy coating on Zn–Co alloy can be explained by local 
heating of the Zn–Fe cathode during the deposition of the epoxy coating, which 
could cause cratering of the epoxy coating. Namely, it is well known that a zinc 
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and zinc alloy-plated cathode attain higher temperatures during deposition as com-
pared to a steel cathode, with a tendency for some erratic temperature variation, 
caused by local film ruptures (cratering).17 Such a local heating of the cathode 
during the deposition process causes the formation of different structure of elec-
trodeposited epoxy coating on zinc and zinc alloy-plated cathode as compared to 
the steel substrate, where local heating is significantly lower.17,18 The results of 
Schoff19,20 indicate that there is a greater tendency to crater over Zn–Fe alloy 
than over galvanized steel, Zn–Ni alloy and steel. 
TABLE IV. The values of pore resistance, Rp, for epoxy coatings on steel and steel modified by 
Zn–Fe and Zn–Co alloy, during exposure to 3 % NaCl 

Rp / Ω cm2 
Substrate 

1st day After 8 days After 24 days 
Steel  4365 316 250 
Steel + Zn–Fe alloy 7586 562 282 
Steel + Zn–Co alloy 13183 891 350 

Another reason for the smaller values of the pore resistance for the epoxy coa-
ting on Zn–Fe alloy is blistering, since in the case of organic coatings on Zn–Fe 
alloys the presence of blisters is possible.21 In the case of the investigated epoxy 
coating on Zn–Fe alloy, blisters were visible after about one week of exposure to 
3 % NaCl. It was shown that the corrosion products in the protective system Zn–Fe 
alloy/organic coating consist of Fe3O4,21 which probably lift the organic coating 
from the substrate and cause blister formation underneath. The more porous an 
organic coating is, the more easily will an electrolyte penetrate it, thus reaching 
the metal substrate below, i.e., Zn–Fe alloy. Consequently, corrosion process will 
occur sooner and adhesion of the epoxy coating to the alloy substrate will be 
weakened. For this reason, a sharp decrease in the adhesion of the epoxy coating 
on Zn–Fe alloy occurs after 7 days of exposure to 3 % NaCl solution (Fig. 1). 

The third reason of increased corrosion stability of epoxy coating on steel mo-
dified by Zn–Co alloy as compared to epoxy coating on steel modified by Zn–Fe 
alloy is the greater corrosion stability of Co as compared to Fe. Namely, the cor-
rosion rate of pure Co in sea water is ten times slower then corrosion rate of pure 
Fe under the same conditions.22 Since the amount of both Co and Fe in the alloys 
was ≈ 1.2 wt. %,23 the amount of Co and Fe in the alloy is not the determining fac-
tor of the corrosion stability of an alloy, but rather the stability of the element itself. 

All these results indicate a greater corrosion stability of the protective system 
based on the epoxy coating on steel modified by Zn–Co alloy. 

CONCLUSIONS 

Using EIS, pull-off adhesion measurements and the NMP test, the corrosion 
stability of an epoxy coating on steel and steel modified by electrodeposited Zn–Co 
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and Zn–Fe alloys were monitored during exposure to 3 % NaCl. It was shown 
that the substrate has a large influence on the corrosion resistance and adhesion 
strength of the protective systems based on an epoxy coating. The increased ad-
hesion strength and higher values of the pore resistance for the epoxy coating on 
steel modified by Zn–Co alloy compared to the epoxy coating on steel and steel 
modified by Zn–Fe alloy indicate its higher corrosion stability. 

The Zn–Co deposit on steel increased both the dry and wet adhesion strength 
of the epoxy coating. The overall increase in wet adhesion for this sample was 
maintained throughout the whole investigated time period. 

The EIS results correlate well with the adhesion values obtained with both 
the pull-off and NMP test. The largest values of pore resistance were obtained for 
the epoxy coating on steel modified by Zn–Co alloy, then for the epoxy coating 
on steel modified by Zn–Fe alloy and the lowest values for the epoxy coating on 
steel. The adhesion strength decreased in the same manner. 
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И З В О Д  

АДХЕЗИЈА ЕПОКСИДНИХ КАТАФОРЕТСКИХ ПРЕВЛАКА НА ЛЕГУРАМА ЦИНКА 

ЈЕЛЕНА Б. БАЈАТ1, ВЕСНА Б. МИШКОВИЋ–СТАНКОВИЋ1 и ДРАГУТИН М. ДРАЖИЋ2 

1Tehnolo{ko–metalur{ki fakultet, Univerzitet u Beogradu, p. pr. 3503, 11120 Beograd i 
2IHTM–Centar za elektrohemiju, p. pr. 815, Beograd 

Један од најважнијих фактора у заштити од корозије органским превлакама је губитак 
адхезије органских превлака под утицајем корозионе средине. У овом раду проучавана је ад-
хезија епоксидних катафоретских превлака на челику и челику модификованом легурама 
Zn–Fe и Zn–Co. Испитиване су тзв. сува и мокра адхезија стандардним pull-off поступком, 
као и NMP тестом. Корозиона стабилност свих узорака је испитивана спектроскопијом елек-
трохемијске импеданције. Сви узорци су имали добру почетну адхезију, међутим током де-
ловања корозионог агенса (3 % NaCl) промена адхезије се значајно разликовала код различи-
тих заштитних система. Најмање вредности адхезије су добијене у случају епоксидне пре-
влаке на челику. Укупно смањење адхезије током 24 дана испитивања је најмање за епок-
сидну превлаку на челику модификованом Zn–Co легуром. Највеће вредности отпорности у 
порама епоксидне превлаке током целокупног испитиваног периода деловања корозионог аг-
енса код превлаке на челику модификованом Zn–Co легуром такође указују на велику ста-
билност овог заштитног система. 

(Примљено 22. јануара 2007) 
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