
J. Serb. Chem. Soc. 64(11)685-693(1999) UDC 546.621:541.138.2548.736.372:620.179.6

JSCS-2708 Original scientific paper

Real surface area of the aluminium electrode in sodium

chloride solution

D. M. DRA@I],1 J. P. POPI]1
and Z. RAKO^EVI]

2

1
Institute of Electrochemistry ICTM, Njego{eva 12, P.O.Box 815, YU-11001 Belgrade, and

2
Vin~a Institute of Nuclear Sciences, P.O.Box 522, YU-11001 Belgrade, Yugoslavia

(Received 10 July 1999)

By combining the techniques of electrochemical slow potentiodynamic, AC

impedance and atomic force microscopy (AFM), it was shown that the differences in

the anodic dissolution rates of Al in 0.5 NaCl solutions as measured experimentally in

the potential region between the corrosion and pitting potential, are mainly due to

differences in surface roughness of the electrodes used. It was shown that mechanical

grinding and polishing of the electrode surface with emery paper (400 grit) and alumina

polishing powder (∅ 0.25 µm) can produce surfaces differing by a factor of 6 in the

roughness factor Ra. By using AFM estimates of the roughness factors a true electrode

capacitance of 4.63 µC cm
-2

and thickness dox ≈ 2.0 nm for the barrier layer of the

surface film was estamited. The outer part of the film is porous, partly as amorphous

Al(OH)3, or crystalline bayerite (Al2O3
.3H2O).

Key words: aluminium, corrosion, real surface area, oxide thickness.

It has been shown by several authors1�4 that anodic dissolution of high purity

aluminium in deaerated neutral sodium chloride solutions follows Tafel like behav-

ior in the potential range between the corrosion,Ecor, and pitting potential,Epit, with

rather high slope values. In previous papers,5,6 we have also reported high Tafel

slopes of ca. 400 mVdec�1 in this potential region. These high Tafel slopes indicate

that the anodic process ofAl dissolution could be due to slow ionic transport through

the oxide film.7However, we pointed out that the same behavior could be observed

if charge transfer at either the metal/oxide or the oxide/solution interface controls

the dissolution rate.5

A large amount of literature is devoted to the electrochemistry of thick oxide

films formed by anodization of aluminium for protective purposes and also to the

rather thick barrier oxide films formed in borate or similar electrolytes prepared for

use in electric capacitors.

Spontaneously formed oxide films on Al in contact with humid air or electro-
lytes are rather thin and to someextentmore complex in structure than the previously

mentioned thick films. During contact of Al with water, and in particular neutral
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sodium chloride solutions, some changes in the properties of the oxide layer occurs.
Hart8 and Alwitt9,10 showed that in contact with water a sandwich type film forms,

consisting of a compact barrier type Al2O3 layer closer to the metal and a porous
amorphous Al(OH)3 on the solution side. With time this outer layer slowly trans-

forms into crystalline boehmit (Al2O3
.H2O) and later on to crystalline bayerit

(Al2O3
.3H2O). Alwitt9 also showed that this transformation occurs rapidly if the

temperature is raised above 60 ºC.

Our previous results5,11 show that the change in the thickness and properties

of the amorphous part of the oxide layer have practically no influence on the rate of
anodic dissolution of Al in the potential region Ecor � Epit. On the other hand, an

increase in the thickness of the barrier layer decreases the anodic dissolution rate.
However, the correlations between the thickness of the film and the registered

current densities presented by different authors2,11 might be questioned on the
ground that the roughness factorswere uknown, andmight be different for differntly

prepared electrode surfaces. At the same time, the problem of the determination of
the real surface area is very dfficult.13

The purpose of this work was to attempt to determine the real surface area of
Al electrodes in 0.5 M NaCl solution, the real electrode capacitances and the real

thickness of the barrier part of the oxide film by combining electrochemical and
atomic force microscopy (AFM) measurements.

EXPERIMENTAL

Experimentswere performedwith highpurityAl(Alcane, 99.999%) in deaerated 0.5Maqueous

NaCl solution in a glass electrochemical cell purged with purified nitrogen. A Pt wire was the counter

electrode while a saturated calomel electrode (SCE) served as the reference electrode. Merck p.a.

chemicals and doubly distilled water were used for the preparation of the solutions.

The experiments were performed at room temperature (22 ºC). All the potentials are referred

to SCE. The Al electrode surface (geometric working area 1 cm
2
) was prepared by mechanical

polishing with polishing material of different grain size: SiC papers of 400 and 1000 grit and water

suspensions of alumina powder of 1.0, 0.25 and 0.05 µm. After polishing the surfaces were washed in

water in an ultrasonic bath.

Anodic polarization curves were obtained by a very slow (1 mV s
-1
) potential sweep technique

(PINE Instrument Company-RDE 4) while the electrode capacitances were determined by the AC

impedance technique (PAR 273 potentiostat coupled with PAR 5301 lock-in amplifier and a PC

computer). Formicroscope surface studies an atomic forcemicroscope (Quesant Scops) was used. The

surface roughness (Ra) obtained from the AFM profiles, is defined as the square root of the mean

square of the deviation of the peaks and throughs from the mean surface level and calculated by a

corresponding AFM computing program.

RESULTS

Electrode capacitance

The images obtained usingAFM showed considerable roughness (see Figs.1�

3) which decreased when finer polished agents were used. The measured electrode
capacitances increased with increasing roughness factor of the electrodes used, as

shown in Fig. 4. This function is linear allowing its extrapolation to zero roughness,
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Ra = 0 (i.e., an ideally flat surface). The extrapolated electrode capacitance (i.e.,

total capacitance of the interphase metal/film/electrolyte) is CT = 3.76 µF cm�2.

The electrode capacitances were measured also, for electrodes mechanically

prepared in the same way (polishing with Al2O3, ∅ 1 µm) but afterwards treated

differently, prior to capacitance measurement in a NaCl solution. Figure 5 depicts

the capacitance data as a function of time for differently prepared electrodes: 1. �

Fig. 1. AFM 3D image of an Al surface grinded with 400 grit emery paper. Ra = 687 nm.

Fig. 2. AFM 3D image of an Al surface polished with a ∅ 0.25 µmAl2O3 suspension. Ra = 185 nm.
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only mechanically polished (used here as a reference); 2.� after boiling the polished

electrode for 10 min in distilled water to provoke crystallization of the amorphous

surface layer to crystalline bayerite; 3.� after cathodic polarizationwith 10mA cm�2

for 5min,which caused the so called alkaline corrosion8 ofAl (due to the dissolution

of the oxide film in the locally alkalized solution caused by H2 evolution), and 4.�

Fig. 3. AFM 3D image of an Al surface polished with a ∅ 0.05 µmAl2O3 suspension. Ra = 120 nm.

Fig. 4. Al electrode capacitance in deaerated 0.5 M NaCl solution as a function of electrode surface

roughness (Ra).
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after the polished surface had been left for 192 h in distilled water prior to the

measurements.

As can be seen, except for the cathodically pretreated surfaces, all others, in

a rather short time after equilibration of the oxide layer with NaCl solution, attained

practically the same capacitance value of ca. 10 µF cm�2. Only the cathodically

pretreated surface initially showed somewhat higher capacitances (due to the

removal of the oxide film), but afer ca. 60 min similar capacitance values as the

other electrodes were also attained. This simply indicates that the, by alkaline

corrosion attacked oxide surface, healed itself and became practically identical to

Fig. 5. Al electrode capacitance in 0.5 M NaCl solution as a function of time for electrodes polished

with ∅ 1 µmAl2O3 but treated differently afterwards: (o) no further treatment; (∆) after boiling in

distilled water for 5 min, (v) after prolonged cathodic polarization, and (o) after contact with pure

water for 192 h.

Fig. 6. Microphotographs of an Al surface after 30 min of anodic dissolution with 300 mA cm
-2
in

0.5 M NaCl solution: a) immediately after the experiment, b) after such a surface had been in con-

tact only with water for 24 h, and c) the same but after 88 h. Magnification: 600 x.
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all others. Similarly, keeping the electrodes in distilled water for a long time, which

affects the structure of the amorphous (and porous) part of the film8,10 does not

affect the electrode capacitance, being Cox = 11.9 µF cm�2
, obtained as the mean

value of five independent experiments. On the other hand, the electrode capacitance

of the surface which underwent anodic polarization at potentials more positive then

Epit, i.e., at higher current densities, were much higher. For example, the electrode

polarizedwith 300mAcm�2 for 30min had a capacitance of 62 µF cm�2. Of course,

this is due to the large increase of the surface area caused by pitting, as depicted on

the microphotographs in Fig. 6.

Anodic polarization

Anodic polarization curves for the electrodes having different surface rough-

nesses are shown in Fig. 7. It is clear that the electrodes with higher Ra values

dissolve faster, i.e., at constant potential the dissolution currents are higher. Obvi-

ously, this is the result of the increase in real surface area. For example, as shown

in Fig. 8, the effective anodic current density at � 0.9 V is a linear function of Ra,

which extrapolated to Ra = 0 gives ja = 0.55 µA cm�2
, as the true anodic current

density of an idealy flat surface. The same can be done for any other electrode

potential in the Ecor � Epit range. For example, Fig. 9 shows again the linear

dependence of ja on Ra, which after extrapolation gives ja = 0.8 mA cm�2 as the

dissolution rate at Epit of an ideally flat surface just before pitting commences.

The microphotographs in Fig. 6 also show that prolonged exposure of Al to

distilled water results in a thickening of the amorphous layer, but this does not affect

Fig. 7. Anodic polarization curves for Al electrodes of different surface roughnesses in deaerated

0.5 M NaCl solution. Sweep rate 1 mV s
�1

.
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the measured electrode capacitance (Fig. 6). On the other hand, the anodic polari-

zation curves obtained with electrodes kept for different lengths of time in distilled

water (Fig. 10) practically overlap indicating that the dissolution rate is controlled

only by processes in the compact, barrier layer.

Fig. 8. Anodic dissolution current of Al electrodes in deaerated 0.5 M NaCl solution at � 0.9 V

(SCE) as a function of the electrode surface roughness (Ra).

Fig. 9. The same as in Fig. 8 but at Epit = � 0.76 V (SCE).
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DISCUSSION

It can be concluded that prolonged action of the environment, (see Fig. 5)

results only in an increase of the thickness of the porous part of the film (in the form

of amorphous hydroxide (Al(OH)3) or crystalline bayerite (Al2O3
.3H2O) while the

thickness of the barrier layer seems to remain more or less constant, judging from

the very similar and constant values of the electrode capacitances. Also, Fig. 10

shows that differences in the thickness of the porous part of the film does not affect

the anodic polarization of Al. On the other hand, as we have shown elsewhere,6

changes in the barrier layer thickness affect the anodic dissolution rate. This was

interpreted by a model in which the anodic dissolution is controlled by the ionic

charge transfer through the metal/oxide or oxide/solution interfaces.5,6 Since pro-

longed contact with distilled water and air did not change the electrode capacitance

(see Fig. 5) and anodic behavior (see Fig. 10), it is reasonable to assume that the

effective electrode capacitance is determined by the thickness and relative permit-

tivity of the barrier layer.

The thickness of this layer at the corrosion potential can be calculated from

the estimated capacitance of the ideally flat surface CT = 3.76 µF cm�2. This total

electrode capacitance can be considered to be the result of two, in series connected

capacitances, the one corresponding to the barrier layer, Cox, and the second one to

the double layer capacitance of the oxide/electrolyte interface,Cdl: i.e., 1/CT= 1/Cox

+1/Cdl. Taking thatCdl=20µF cm�2
, one calculates for the barrier layer capacitance

Cox=4.63µF cm�2. The barrier layer is a good example of a parallel plate condenser,

Fig. 10. Anodic polarization curves for Al in deaerated 0.5 M NaCl solution. Before the measure-

ment the electrodes had been in contact with water for: (o) � 1 h; (o) � 24 h; (∇) � 82 h; (∆ � 120 h

and (•) � 192 h.
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i.e., Cox=ε0εr/dox. In the literature9 value of the relative permittivity of the Al2O3

oxide is quoted as lying between 8 and 10.6. Taking the permittivity of vacuum as

ε0 = 8.85×10�12 A s V�1
m
�1

, and εr = 10, the barrier layer thickness as dox = 1.89

nm can be calculated. Bearing in mind the possible errors in the estimate of the used

values for Cox and εr it can be concluded that the real thickness of the barrier layer,

which controls the anodic dissolution process, is ca. 2 nm.
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Pokazano je, kombinovanim kori{}ewem tehnika spore potenciodinamike, AC
impedance i atomskemikroskopije (AFM), da su razlike u brzinama anodnog rastvarawa
Al u 0,5 M NaClu oblasti izme|u korozionog i piting potencijala, a koje se zapa�aju u
eksperimentima, prvenstveno posledica razlike u povr{inskoj hrapavosti razli~ito

pripremqenih elektroda. Pokazano je da se mehani~kim bru{ewem (fino}a 400) i

polirawem Al2O3 pastom (0,25 µm) dobija razlika faktora hrapavosti za oko 6 puta. Uz

pomo} AFM tehnike za odre|ivawe faktora hrapavosti procewena je prava kapaci-

tivnost elektroda od 4,63 µF cm–2
i debqina barijernog sloja oksida od dox ≈ 2,0 nm.

Spoqa{wi porozni sloj je delimi~no amorfan Al(OH)3 ili kristalini~ni bajerit

(Al2O3.3H2O).
(Primqeno 10. jula 1999)

REFERNCES

1. J. Kunze, Corros. Sci. 7 (1967) 273

2. S. E. Frers, M. M. Stefanel, C. Mayer, T. Chierchie, J. Appl. Electrochem. 20 (1990) 996

3. C. M. A. Brett, J. Appl. Electrochem. 20 (1990) 1000

4. A. R. Despi}, J. Rado{evi}, M. Kli{ki}, 7
th
European Symposium of Corrosion Inhibitors (7SEIC),

Ann. Univ. Ferara, N. S. Sez.V. Suppl. N. 9, (1990) 1119

5. D. M. Dra�i}, J. P. Popi} J. Serb. Chem. Soc. 59 (1994) 755

6. D. M. Dra�i}, J. P. Popi}, J. Serb. Chem. Soc. 58 (1993) 791

7. A. Guntershultze, H. Betz, Z. Physik 91 (1932) 367

8. R. K. Hart, Trans. Faraday Soc. 53 (1957) 1020

9. R. S. Alwitt, J. Elecrochem. Soc. 118 (1971) 1730

10. R. S. Alwitt, The Aluminium-Water System in Oxides and Oxide Film, Vol. 4, J. W. Diggle, A. S.
Wijh, Eds., Marcel Dekker, New York, 1976, p. 169

11. J. P. Popi}, Ph. D. Thesis, University of Belgrade, Belgrade, 1998

12. R. M. Stevanovi}, A. R. Despi}, D. M. Dra�i}, Electrochim. Acta 33 (1988) 397

13. S. Trasatti, O. A. Petrii, Pure&Appl.Chem. 63 (1991) 711.

REAL ELECTRODE SURFACE AREA 693


