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Abstract: In this review paper, morphologies of metal powders produced by the constant (poten-
tiostatic and galvanostatic) regimes of electrolysis from aqueous electrolytes are correlated with
their crystal structure at the semiquantitative level. The main parameters affecting the shape of
powder particles are the exchange current density (rate of electrochemical process) and overpotential
for hydrogen evolution reaction. Depending on them, various shapes of dendrites (the needles,
the two-dimensional (2D) fern-like, and the three-dimensional (3D) pine-like dendrites), and the
particles formed under vigorous hydrogen evolution (cauliflower-like and spongy-like particles)
are produced by these regimes of electrolysis. By decreasing the exchange current density value,
the crystal structure of the powder particles is changed from the strong (111) preferred orientation
obtained for the needle-like (silver) and the 2D (lead) dendrites to the randomly orientated crystallites
in particles with the spherical morphology (the 3D dendrites and the cauliflower-like and the spongy-
like particles). The formation of metal powders by molten salt electrolysis and by electrolysis in deep
eutectic solvents (DESs) and the crystallographic aspects of dendritic growth are also mentioned in
this review.

Keywords: electrolysis; morphology of particles; the crystal structure; dendrite; hydrogen evolution

1. Introduction

Powder metallurgy (PM) is a branch of science including production, characterization,
and conversion of metal powders into useful engineering components [1]. The first step
in the overall PM is the production of metal powders. Although there is no unique
classification of methods for powder production, all methods can be situated into one of
the four groups: solid-state reduction, atomization, electrolysis, and chemical processes [2].
Some of the available submethods also include ultrasonic spray pyrolysis [3], solvothermal
synthesis [4], cementation [5], pyrolysis [6], hydrometallurgy [7], melt spinning, rotating
electrode process (REP), and mechanical processes [8,9]. Metal powders are characterized
by their morphology and size of the particles. The shape and size of particles strongly
depend on the method used for their preparation [1,10].

Electrolysis is an often-used method for the synthesis of metal powders [10]. This
method achieves certain advantages over the other production methods, and the obtained
conveniences can be summarized as follows: low equipment and product costs, one-step
process, environmentally friendly process, and high purity of obtained products [11].

Metal powders can be obtained by electrolysis from aqueous electrolytes, melt, and
deep eutectic solvents (DESs) applying both constant (galvanostatic and potentiostatic)
and periodically changing (pulsating current (PC), reversing current (RC), and pulsating
overpotential (PO)) regimes of electrolysis [1,10,12,13]. There is a strong correlation between
the parameters and regime of electrolysis and the shape of powder particles as the final
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product of the electrolysis process. The main shapes of powder particles obtained by
electrolysis are as follows: dendrites of various shape, spongy, needles, cauliflower, and
fibrous [10]. The shape of particles depends on the kind and composition of the electrolyte,
the temperature of electrolysis, the kind of cathode, electrolyte stirring, the addition of
additives in an electrolyte, and the nature of metals [10].

The main classification of metals is done according to the exchange current density (j0),
melting point (Tm), and overpotential for hydrogen evolution reaction [14,15]. Following
these parameters, metals are classified into one of the three groups:

(a) Normal metals: metals such as Pb, Cd, Ag (basic electrolytes), Sn, and Zn. These
metals are characterized by high j0 values (j0 > 1 A dm−2), low Tm, and high overpo-
tentials for hydrogen evolution reaction.

(b) Intermediate metals: metals such as Cu, Ag (ammonium electrolyte), and Au. These
metals are characterized by medium j0 values (10−2 < j0 < 1 A dm−2) and lower
overpotentials for hydrogen evolution reaction than the normal metals.

(c) Inert metals: metals such as Co, Ni, Pt and Fe. These metals are characterized by low
j0 values, high Tm, and low overpotentials for hydrogen evolution reaction.

Figure 1 gives a schematic presentation of the position of the typical representatives
of metals from each of these groups in a function of electrochemical process rate, i.e., the
j0 value.
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Regarding these parameters, the exchange current density and overpotential for
hydrogen evolution reaction have a greater influence on the shape of powder particles than
the melting point. The shape of dendrites, as the most important form of powder particles,
strongly depends on the j0 value; thereby, the form of dendrites of metals from the group of
the normal metals differs completely from those from the groups of the intermediate and
inert metals [10]. The dendrites are formed during electrodeposition in a diffusion control,
and in the potentiostatic regime, initiation of dendritic growth occurs at some overpotential
belonging to the limiting diffusion current density plateau. In the galvanostatic regime of
electrodeposition, for dendritic growth, an initial current density must be larger than the
limiting diffusion current density [10].

Hydrogen evolution reaction as a parallel reaction during metal electrolysis can also
achieve a significant effect on the shape of powder particles. The spongy-like and the
cauliflower-like particles are formed under hydrogen evolution which is intensive enough
to cause a stirring of the electrolyte and the change of hydrodynamic conditions in the
near-electrode layer [10,16].
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In this review paper, the correlation between crystallographic structure and morphol-
ogy of powder particles will be presented. Typical metals from each of these three groups:
(a) the normal metals: Pb and Ag (the basic electrolyte), (b) the intermediate metals: Ag
(the ammonium electrolyte) and Cu, and (c) the inert metals: Ni will be analyzed.

The crystal lattices of Pb, Ag, Cu, and Ni belong to face-centered cubic (fcc) type, and
the four main reflections ((111), (200), (220), and (311)) will be considered. The crystallo-
graphic structure, i.e., the preferred orientation of the powder particles, will be estimated
at the semiquantitative level by application of methodology based on the determination of
“Texture Coefficient” (TC(hkl)) and “Relative Texture Coefficient” (RTC(hkl)) [17–20]. The
TC(hkl) coefficients larger than 1 indicate the presence of the preferred orientation in the
particles. Since the four diffraction peaks corresponding to (111), (200), (220), and (311)
crystal planes are analyzed, the RTC(hkl) values larger than 25% indicate the existence of the
preferred orientation in the particles [17–19]. A detailed description of the determination
of these coefficients is given in [18,19] and in Appendix A.

The Crystallographic and Electrochemical Definitions of a Dendrite

From the crystallographic point of view, a dendrite is a skeleton consisting of a stalk
or trunk and branches, giving the dendrite the appearance of a tree [21]. The branches
can be primary, secondary, etc. The primary branches are developed from the stalk, and
the corresponding dendrite is denoted as a dendrite of “P” type. The secondary branches
are developed from the primary branches, and the corresponding dendrite is denoted as
a dendrite of “S” type. If the stalk and the branches are in the same plane, the dendrite
belongs to the group of the 2D dendrites.

The electrochemical definition of a dendrite is established by application of the gen-
eral theory of disperse deposit formation [10,22]. The origin of dendrites is of a sur-
face irregularity or protrusion formed in the initial stage of electrodeposition and buried
deep in the diffusion layer of the macroelectrode, around which the tip the spherical
diffusion layer is formed. Then, the tip of such protrusion grows under the activation
control, whereas electrodeposition on the flat part of the electrode surface is under the
diffusion control [10,22,23].

2. Formation of Metal Powders by Electrolysis from Aqueous Electrolytes
2.1. The Normal Metals

With the values of j0 which tend to infinity [24], Pb electrodeposition processes
belong to ultrafast electrochemical processes. The reported values of j0 for Ag in the
100–700 A dm−2 range were lower than those for Pb [25]. The common characteristic of
all electrodeposition processes featured by the high j0 values is the reaching of full dif-
fusion control, i.e., conditions for obtaining powdered (dendritic) deposits at relatively
small overpotentials.

Various types of electrolytes based on nitrate [26–29], acetate [27], hydroxide
ions [30,31], and tartaric acid [32] are used for Pb electrodeposition. The nitrate elec-
trolytes belong to a group of the basic electrolytes, whereas the other electrolytes are from
the group of complex electrolytes. The most often used basic type of electrolyte for Ag
electrodeposition is based on nitrates [18,33,34].

The polarization curves normalized to the limiting diffusion current density values for
Pb electrodeposition from the basic (nitrate) and the complex (acetate) electrolytes and for
Ag from the basic (nitrate) electrolyte are presented in Figure 2. The plateaus of the limiting
diffusion current density were in the ranges of 28.5–55 mV for the nitrate, 33–70 mV for the
acetate electrolyte of Pb [27,35], and 70–110 mV for the nitrate electrolyte of Ag [18,34].
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electrodeposition from the nitrate electrolyte (Ag(NIT)).

2.1.1. Lead

Different two-dimensional (2D) fern-like dendrites are produced by Pb electrode-
position from the nitrate (Figure 3a,b) and the acetate (Figure 3c,d) electrolytes at the
overpotential outside the plateau of the limiting diffusion current density (η = 90 mV).
The 2D dendrites obtained from the acetate electrolyte had a considerably more branchy
morphology than those obtained from the nitrate electrolyte. Following the definition of
a dendrite given by Wranglen [21], it is clear that the fern-like dendrites of Pb produced
from the nitrate solution belong to the 2D(P) type, while those obtained from the acetate
solution belong to the 2D(S) type. This change in the shape of dendrites can be attributed
to complex formation between acetate and Pb(II) ions [27,35].
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The X-ray diffraction (XRD) patterns of Pb particles produced under the same condi-
tions, together with Pb standard (04-0686), are shown in Figure 4. The diffraction peaks at
2θ angles of 31.3, 36.3, 52.2, and 62.1◦ belong to (111), (200), (220), and (311) crystal planes,
confirming the fcc crystal lattice of Pb [20]. In both types of particles, Pb crystallites were
predominantly oriented in the (111) plane. The values of TC(hkl) and RTC(hkl) coefficients
calculated with an aim of precise determination of the preferred orientation of Pb particles
are given in Table 1.

The meaning of R in Table 1, as well as in later presented tables, is given in Appendix A.
Both powders possess the strong (111) preferred orientation, but it is important to note the
larger contribution of Pb crystallites oriented in the (200), (220), and (311) planes in the
particles synthesized from the acetate than in those produced in the nitrate solution.

Metals 2021, 11, x FOR PEER REVIEW 5 of 21 
 

 

 

Figure 4. The XRD (X-ray diffraction) patterns of Pb particles produced at an overpotential (η) of 

90 mV from the nitrate and the acetate electrolytes and Pb standard (04-0686). Cps: counts per sec-

ond. 

Table 1. Texture calculations for Pb powders produced potentiostatically at η of 90 mV from the 

nitrate and the acetate electrolytes (TC: texture coefficient. RTC: relative texture coefficient. NIT: 

the nitrate electrolyte. AC: the acetate electrolyte. s: Pb standard). 

Plane R (in%) Rs TC RTC (in%) 

(hkl) RNIT RAC (in%) TCNIT TCAC RTCNIT RTCAC 

(111) 89.7 83.5 46.9 1.91 1.78 75.5 63.8 

(200) 3.1 4.4 23.5 0.13 0.19 5.2 6.8 

(220) 3.6 5.8 14.6 0.25 0.40 9.9 14.3 

(311) 3.6 6.3 15.0 0.24 0.42 9.4 15.1 

The meaning of R in Table 1, as well as in later presented tables, is given in Appen-

dix A. Both powders possess the strong (111) preferred orientation, but it is important to 

note the larger contribution of Pb crystallites oriented in the (200), (220), and (311) planes 

in the particles synthesized from the acetate than in those produced in the nitrate solu-

tion. 

2.1.2. Silver (the Nitrate Electrolyte) 

The shifting of the plateau of the limiting diffusion current density towards the 

higher overpotentials clearly proves that the Ag electrodeposition processes from the ni-

trate electrolyte are slower than those for Pb. 

The needle-like dendrites together with granules of various shape are obtained at 

the overpotential inside the plateau (η = 90 mV; Figure 5a,b), whereas the very branchy 

2D fern-like dendrites were obtained at the overpotential outside the plateau (η = 150 

mV; Figure 5c,d) of the limiting diffusion current density [34]. Similar forms to those ob-

tained at η of 90 mV (the mixture of the needle-like dendrites and granules (crystals) of 

regular and irregular shape) were also produced galvanostatically at a current density 

1.5 times larger than the limiting diffusion current density (j = 14.4 mA cm−2; Figure 5e,f) 

[18]. 

Figure 4. The XRD (X-ray diffraction) patterns of Pb particles produced at an overpotential (η) of
90 mV from the nitrate and the acetate electrolytes and Pb standard (04-0686). Cps: counts per second.



Metals 2021, 11, 859 6 of 22

Table 1. Texture calculations for Pb powders produced potentiostatically at η of 90 mV from the
nitrate and the acetate electrolytes (TC: texture coefficient. RTC: relative texture coefficient. NIT: the
nitrate electrolyte. AC: the acetate electrolyte. s: Pb standard).

Plane R (in%) Rs TC RTC (in%)

(hkl) RNIT RAC (in%) TCNIT TCAC RTCNIT RTCAC

(111) 89.7 83.5 46.9 1.91 1.78 75.5 63.8

(200) 3.1 4.4 23.5 0.13 0.19 5.2 6.8

(220) 3.6 5.8 14.6 0.25 0.40 9.9 14.3

(311) 3.6 6.3 15.0 0.24 0.42 9.4 15.1

2.1.2. Silver (The Nitrate Electrolyte)

The shifting of the plateau of the limiting diffusion current density towards the higher
overpotentials clearly proves that the Ag electrodeposition processes from the nitrate
electrolyte are slower than those for Pb.

The needle-like dendrites together with granules of various shape are obtained at the
overpotential inside the plateau (η = 90 mV; Figure 5a,b), whereas the very branchy 2D
fern-like dendrites were obtained at the overpotential outside the plateau (η = 150 mV;
Figure 5c,d) of the limiting diffusion current density [34]. Similar forms to those obtained
at η of 90 mV (the mixture of the needle-like dendrites and granules (crystals) of regular
and irregular shape) were also produced galvanostatically at a current density 1.5 times
larger than the limiting diffusion current density (j = 14.4 mA cm−2; Figure 5e,f) [18].
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The XRD patterns of these particles (Figure 6) showed the predominant orientation of
Ag crystallites in the (111) plane. The diffraction maximum observed at 2θ angles of 38.1,
44.3, 64.4, and 77.5◦ corresponded to (111), (200), (220), and (311) crystal planes, confirming
the fact that Ag crystallizes in fcc crystal lattice [18,34]. The calculated TC(hkl) and RTC(hkl)
coefficients are given in Table 2.

The Ag particles produced at 90 mV (the dominant presence of the needle-like forms)
possessed the strong (111) preferred orientation. Aside from the dominant orientation of
Ag crystallites in this plane, the fern-like dendrites obtained at 150 mV also showed the
weak (200) preferred orientation [34]. The (111) preferred orientation is also observed for
galvanostatically synthesized particles at 14.4 mA cm−2.
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Table 2. Texture calculations for Ag powders produced potentiostatically at η of 90 and 150 mV and
galvanostatically at j of 14.4 mA cm−2 (90—η = 90 mV; 150—η = 150 mV; 14.4—j = 14.4 mA cm−2;
s—Ag standard) ([18] and reprinted from [34] with permission from Elsevier).

Plane
(hkl)

R (in%) Rs
(in%)

TC RTC (in%)

R90 R150 R14.4 TC90 TC150 TC14.4 RTC90 RTC150 RTC14.4

(111) 82.2 70.1 69.4 52.4 1.57 1.34 1.32 58.1 43.4 41.6

(200) 7.7 18.1 16.3 20.9 0.37 0.87 0.78 13.7 28.1 24.6

(220) 5.2 6.3 7.4 13.1 0.40 0.48 0.56 14.8 15.6 17.7

(311) 4.9 5.5 6.9 13.6 0.36 0.40 0.51 13.4 12.9 16.1

2.2. The Intermediate Metals

Cu, Ag (if the ammonium electrolyte is used for electrodeposition), and Au are
the typical representatives of the group of the intermediate metals. The j0 values are
0.025 A dm−2 for Ag [36] and 0.011–0.032 A dm−2 for Cu [10,37].

The polarization curves normalized to the limiting diffusion current densities for
electrodeposition of Ag from the ammonium electrolyte and Cu are shown in Figure 7.
The polarization curves are very similar to each other, with the plateaus of the limiting
diffusion current density in the 250–700 mV range for the ammonium electrolyte of Ag and
the 300–750 mV range for Cu.
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2.2.1. Silver (The Ammonium Electrolyte)

The three-dimensional (3D) pine-like dendrites were obtained by electrodeposition
from the ammonium solution at the overpotentials both inside (η = 625 mV; Figure 8a,b) and
outside (η = 925 mV; Figure 8c,d) the plateau of the limiting diffusion current density [34].
The only difference was in the degree of their ramification; the 3D dendrites obtained at
925 mV were more ramified than those obtained at 625 mV. The 3D pine-like dendrites were
also produced using a galvanostatic regime of electrolysis at a current density 1.5 times
larger than the limiting diffusion current density (Figure 8e,f) [18]. This dendrite type
was constructed from approximately spherical grains, the size of which decreased with
the increase in overpotential of the electrodeposition with a tendency to approach nano
dimensions. The tips of both stalk and branches of these dendrites were sharp.

The XRD patterns of the powder particles produced from the ammonium solution,
together with Ag standard (04–0783), are presented in Figure 9. Similar to those produced
from the nitrate electrolyte, the Ag crystallites were predominantly oriented in the (111)
plane. However, at the first sight, the larger contribution of crystallites oriented in the (200),
(220), and (311) planes in these particles than in those produced from the nitrate solution
can be noticed. The values of TC(hkl) and RTC(hkl) coefficients for the particles produced in
the ammonium solution are given in Table 3.

Analyzing the calculated values, it follows that the 3D pine-like dendrites synthesized
at 625 mV showed the (111) preferred orientation. On the other hand, the values of
these coefficients for the 3D pine-like dendrites obtained potentiostatically at 925 mV
and galvanostatically at 13.05 mA cm−2 group themselves around 1 (TC(hkl)) and 25%
(RTC(hkl)), indicating a random orientation of Ag crystallites in them.
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from Elsevier).
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Figure 9. The XRD patterns of Ag particles obtained from the ammonium electrolyte at overpotentials
of 625 and 925 mV and at a current density of 13.05 mA cm−2 and Ag standard (04-0783) ([18] and
reprinted from [34] with permission from Elsevier).

Table 3. Texture calculations for Ag powders produced potentiostatically at η of 625 and
925 mV and galvanostatically at j of 13.05 mA cm−2 (625—η = 625 mV; 925—η = 925 mV; 13.05—
j = 13.05 mA cm−2; s—Ag standard) ([18] and reprinted from [34] with permission from Elsevier).

Plane
(hkl)

R (in%) Rs
(in%)

TC RTC (in%)

R625 R925 R13.05 TC625 TC925 TC13.05 RTC625 RTC925 RTC13.05

(111) 65.9 59.2 54.9 52.4 1.26 1.13 1.05 37.0 30.5 27.2

(200) 15.1 17.8 21.9 20.9 0.72 0.85 1.05 21.1 23.0 27.2

(220) 9.4 12.2 11.9 13.1 0.72 0.93 0.93 21.1 25.1 24.1

(311) 9.6 10.8 11.3 13.6 0.71 0.79 0.83 20.8 21.4 21.5

2.2.2. Copper

The 3D pine-like dendrites built from stalk and branches like a corncob with sharp
tips were obtained at the overpotential inside the plateau of the limiting diffusion current
density (η = 625 mV; Figure 10a–c) [38]. The cauliflower-like particles are produced at
an overpotential outside the plateau (η = 925 mV; Figure 10d). They were obtained by
removing the electrodeposit from the honeycomb-like structure shown in Figure 10e. The
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honeycomb-like structure is obtained in conditions of vigorous hydrogen evolution and was
built from holes originating from detached hydrogen bubbles and cauliflower-like grains
agglomerates around them [10,16]. At the micro level, both the 3D pine-like dendrites
and the cauliflower-like particles consist of small agglomerates of approximately spherical
grains (Figure 10c,f), the size of which decreased with the increase in the overpotential.
Hence, in spite of similar polarization curves for Ag and Cu (Figure 7), morphologies of Ag
and Cu particles obtained at the overpotential outside the plateau of the limiting diffusion
current density (η = 925 mV) were very different at the macro level. This difference was
caused by vigorous hydrogen evolution as a parallel reaction in the case of copper.
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Figure 10. The powder particles produced by Cu electrodeposition from 0.10 M CuSO4 in 0.50 M H2SO4 at η of (a–c) 625 mV
and (d–f) 925 mV and at j of (g–i) 14.4 mA cm−2 ([19] and reprinted from [38] with permission from Elsevier).
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The 3D dendrites obtained galvanostatically at a current density 1.5 times larger
than the limiting diffusion current density (j = 14.4 mA cm−2; Figure 10g–i) were to a
certain extent different from those obtained at 625 mV. Although they kept a pine-like form,
the tips of trunk and branches, as well as corncob-like branches, were constructed from
globules [19]. The size of globules having the shape of almost ideal spheres was from 3 to
5 µm in the branches to 10 µm at the tops of both trunk and branches.

The XRD patterns of the Cu particles produced by both potentiostatic and galvanos-
tatic regimes of electrolysis, together with Cu standard (04-0836), are presented in Figure 11.
Copper crystallizes in fcc crystal lattice, which is confirmed by diffraction peaks at 2θ an-
gles of 43.3, 50.4, 74.1, and 89.9◦ corresponding to (111), (200), (220), and (311) crystal
planes. The values of TC(hkl) and RTC(hkl) coefficients calculated by analysis of XRD data
are summarized in Table 4. Analyzing the values given in this table, it can be concluded
that the TC(hkl) coefficients are very close to 1, while RTC(hkl) coefficients are around
25%, indicating the random orientation of Cu crystallites in all types of the particles. The
random orientation of Cu powder particles of various morphologies at the macro level can
be attributed to their similar morphology at the micro level, i.e., approximately spherical
Cu grains constructing all three types of the particles.

Metals 2021, 11, x FOR PEER REVIEW 11 of 21 
 

 

ta are summarized in Table 4. Analyzing the values given in this table, it can be conclud-
ed that the TC(hkl) coefficients are very close to 1, while RTC(hkl) coefficients are around 
25%, indicating the random orientation of Cu crystallites in all types of the particles. The 
random orientation of Cu powder particles of various morphologies at the macro level 
can be attributed to their similar morphology at the micro level, i.e., approximately 
spherical Cu grains constructing all three types of the particles. 

 
Figure 11. The XRD patterns of Cu particles obtained from the sulfate electrolyte at overpotentials 
of 625 and 925 mV and at a current density of 14.4 mA cm−2 and Cu standard (04-0836) ([19] and 
reprinted from [38] with permission from Elsevier). 

Table 4. Texture calculations for Cu powders produced potentiostatically at η of 625 and 925 mV 
and galvanostatically at j of 14.4 mA cm−2 (625—η = 625 mV; 925—η = 925 mV; 14.4—j = 14.4 mA 
cm−2; s—Cu standard) ([19] and reprinted from [38] with permission from Elsevier). 

Plane (hkl) 
R (in%) 

Rs (in%) 
TC RTC (in%) 

R625 R925 R14.4 TC625 TC925 TC14.4 RTC625 RTC925 RTC14.4 
(111) 56.9 54.7 54.1 54.6 1.04 1.00 0.99 25.7 24.0 23.6 
(200) 21.2 22.0 22.5 25.1 0.845 0.876 0.90 20.1 21.0 21.5 
(220) 11.6 12.7 13.1 10.9 1.06 1.16 1.20 26.2 27.8 28.6 
(311) 10.3 10.6 10.3 9.4 1.10 1.13 1.10 27.2 27.1 26.3 

2.3. Inert Metals 
Electrodeposition of metals belonging to the group of the inert metals, such as Ni, 

Co, Fe and Pt, occurs together with the reaction of hydrogen evolution at all current 
densities and cathodic potentials [10]. For that reason, it is not possible to record polari-
zation curves without IR drop compensation [10,39,40]. 

2.3.1. Nickel 
The spongy-like particles were produced by Ni electrodeposition at j of 1265 mA 

cm−2 (Figure 12). This type of the particles with the honeycomb-like structure (Figure 

Figure 11. The XRD patterns of Cu particles obtained from the sulfate electrolyte at overpotentials
of 625 and 925 mV and at a current density of 14.4 mA cm−2 and Cu standard (04-0836) ([19] and
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Table 4. Texture calculations for Cu powders produced potentiostatically at η of 625 and 925 mV and
galvanostatically at j of 14.4 mA cm−2 (625—η = 625 mV; 925—η = 925 mV; 14.4—j = 14.4 mA cm−2;
s—Cu standard) ([19] and reprinted from [38] with permission from Elsevier).

Plane
(hkl)

R (in%) Rs
(in%)

TC RTC (in%)

R625 R925 R14.4 TC625 TC925 TC14.4 RTC625 RTC925 RTC14.4

(111) 56.9 54.7 54.1 54.6 1.04 1.00 0.99 25.7 24.0 23.6

(200) 21.2 22.0 22.5 25.1 0.845 0.876 0.90 20.1 21.0 21.5

(220) 11.6 12.7 13.1 10.9 1.06 1.16 1.20 26.2 27.8 28.6

(311) 10.3 10.6 10.3 9.4 1.10 1.13 1.10 27.2 27.1 26.3

2.3. Inert Metals

Electrodeposition of metals belonging to the group of the inert metals, such as Ni, Co,
Fe and Pt, occurs together with the reaction of hydrogen evolution at all current densities
and cathodic potentials [10]. For that reason, it is not possible to record polarization curves
without IR drop compensation [10,39,40].

Nickel

The spongy-like particles were produced by Ni electrodeposition at j of 1265 mA cm−2

(Figure 12). This type of the particles with the honeycomb-like structure (Figure 12a) [20]
consists of holes obtained by the detachment of hydrogen bubbles surrounded by agglom-
erates of approximately spherical grains (Figure 12b).
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Figure 12. (a) Morphology of the spongy-like particle obtained by Ni electrodeposition from 1 M NH4Cl + 0.7 M NH4OH +
0.1 M NiCl2 at j of 1265 mA cm−2, and (b) detail of the particle shown under (a) [20].

The XRD pattern for the spongy-like Ni particles together with Ni standard (04-0850)
is presented in Figure 13. The diffraction peaks recorded at 2θ angles of 44.5, 51.8, 76.4, and
92.9◦ corresponding to (111), (200), (220), and (311) crystal planes confirm the fcc crystal
lattice of Ni. The values of the calculated TC(hkl) and RTC(hkl) coefficients (Table 5) clearly
indicate the random orientation of Ni crystallites in the spongy-like particles.
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Figure 13. The XRD pattern of Ni particles produced from the chloride solution at j of 1265 mA cm−2

and Ni standard (04-0850) [20].

Table 5. The values of R, TC, and RTC calculated for Ni particles produced by electrodeposition from
the chloride solution at j of 1265 mA cm−2 (s—Ni standard) [20].

Plane (hkl) R (in%) Rs (in%) TC RTC (in%)

(111) 56.9 54.6 1.04 26.1

(200) 19.6 23.0 0.85 21.3

(220) 12.2 11.5 1.06 26.5

(311) 11.3 10.9 1.04 26.1

2.4. Correlation between Morphology and Crystal Structure of the Powder Particles

Depending on the exchange current density and overpotential for hydrogen evolution
reaction, two types of powder particles are obtained by electrolysis:

(a) The dendrites of various shape—needle-like, 2D fern-like, and the 3D pine-like;
(b) The cauliflower-like and the spongy-like particles.

With the decrease in j0 value, the preferred orientation of powder particles changed
from the strong (111) obtained for the fern-like dendrites of Pb and the needle-like dendrites
of Ag to the randomly oriented crystallites in all types of the particles with the spherical
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morphology (the 3D dendrites and the cauliflower-like particles of Cu and the spongy-like
Ni particles).

The dendrites are obtained either without a parallel hydrogen evolution as the second
reaction (Pb and Ag) [18,20,34] or with an amount of generated hydrogen that was not
enough to achieve any influence on hydrodynamic conditions in the near-electrode layer
(Cu) [19,35]. The cauliflower-like and the spongy-like particles are obtained under the
strong effect of parallel hydrogen evolution reaction [16,41,42].

Although morphological features of the obtained dendrites were very different, all
types (the needle-like, fern-like, and the pine-like dendrites of Ag and those of Cu syn-
thesized potentiostatically) followed the electrochemical definition of a dendrite. For the
dendrites of Pb and Ag, the fast growth of the current density after the end of the plateau
of the limiting diffusion current density (Figures 2, 3, 5, 7 and 8) is caused by the activation
controlled growth of the tips of both the trunk and the branches, which is followed by the
strong increase in the real electrode surface area.

The 3D pine-like shape of Ag dendrites produced by the use of the ammonium elec-
trolyte is a typical shape of dendrites obtained by electrolysis from the complex electrolytes
of Ag. Similar shapes are also formed by the application of tungstosilicate [43] and citric [44]
acids. These compounds form enough strong complexes with Ag(I) ions to cause a decrease
in j0 for Ag and its transfer from the group of the normal metals into the group of the inter-
mediate metals. The 3D pine-like dendrites of Cu with well-defined corncob-like branches
represent the typical shape of Cu dendrites obtained by electrolysis processes [45–48].

The second subtype of the 3D Cu dendrites is obtained by the galvanostatic regime of
electrolysis, and this subtype is constructed from globules (Figure 10g–i). The formation of
globular particles, i.e., almost ideal spheres, is primarily a feature of some other methods
of powder production, such as the ultrasonic spray pyrolysis [3] and the gas-atomizing
process [49]. The spherical particles can be also produced by electrolysis in the presence of
additional agents such as a combination of potassium ferrocyanide and 2,2′-dipyridine [50].
Without additives, the globules as a constitutive element of the 3D dendrites can be
only obtained galvanostatically under the controlled conditions of electrolysis. They are
obtained by the completion of the electrolysis process at the overpotential corresponding
to a formation of globules in the potentiostatic mode of electrolysis [51]. In a galvanostatic
regime of electrolysis, overpotential decreases with electrolysis time due to an increase
in the electrode surface area which then causes a decrease in the real current density. In
the potentiostatic mode of Cu electrodeposition, globules are formed at both the end of
the mixed activation–diffusion control and at the beginning of the full diffusion control.
The final overpotential corresponding to the formation of the 3D dendrites shown in
Figure 10g–i is about 275 mV, and this overpotential corresponded to the end of the mixed
activation–diffusion control [51].

As already mentioned, vigorous hydrogen evolution is responsible for obtaining the
cauliflower-like and spongy-like particles. The intensive hydrogen evolution causes an
electrolyte stirring in the near-electrode layer, leading to an increase in the limiting diffusion
current density, a decrease in the thickness of the diffusion layer, and, hence, a decrease in
the degree of the diffusion control [10,16]. There is a critical amount of generated hydrogen
causing the change of hydrodynamic conditions in the near-electrode layer, and for Cu, this
amount is estimated to correspond to the average current efficiency of hydrogen evolution
(ηI,av(H2)) of 10% [10]. The Cu particles shown in Figure 10d–f were obtained with ηI,av(H2)
of 36.6% [38]. The concept of “effective overpotential” is proposed to explain the obtaining
of these particles. According to this concept, when hydrogen evolution is intensive enough
to exceed a critical value for a change of hydrodynamic conditions in the near-electrode
layer, the electrolysis process occurs at an overpotential that is effectively lower than
the specified value, and this overpotential is then called “effective overpotential”. The
formation of the cauliflower-like particles in the case of Cu and the spongy-like particles
with the same structure in the case of Ni confirms that they are formed on the lower degree
of the diffusion control relative to dendrite formation. In the case of copper, the fast growth
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in the current density after the end of the plateau of the limiting diffusion current density
is caused by vigorous hydrogen evolution (Figure 7).

The change of preferred orientation from the strong (111) for the Pb and Ag particles
to the random orientation in the particles with spherical morphology (the 3D Ag and
Cu dendrites, the cauliflower-like Cu particles, and the spongy-like Ni particles) can be
explained by various rates of growth on various crystal planes [52]. This is related to
values of the surface energy of crystal faces, which for fcc crystal lattice follow a trend of
γ(111) < γ(100) < γ(311) < γ(110) [53,54]. The electrodeposition rates on them follow an
opposite trend from the γ values, i.e., (110) > (311) > (100) > (111). The (110), (311), and (100)
belong to the fast-growing planes, and they disappear firstly in process of growth. The (111)
plane is denoted by the slow-growing plane, and it survives the growth process. The origin
of crystallites oriented in the (111) plane is from growth centers present in the interior
of growing particles (“center type”), while those oriented in the other planes originate
from centers present at the tips, edges, and corners of the growing particles (“edge” and
“corner” types) [21,55]. For the very fast electrochemical processes characterized by the
high j0 values, the fast-growing planes fast disappear, while the slow-growing (111) plane
survives, constructing a stalk and branches of dendrites and consequently causing the
(111) preferred orientation in the particles. With the decrease in j0 value, a ramification of
dendrites followed by an increase in the number of tips, edges, and corners occurs, which
increases the contribution of crystallites oriented in the fast-growing planes. The decrease
in the j0 values also leads to the appearance of the spherical morphology in the particles,
causing a distribution of crystallites in them close to that for the corresponding standard
already established for randomly distributed spherical grains.

3. Formation of Powders by Molten Salt Electrolysis

The very thin needle-like dendrites often grouped in the flower-like aggregates were
produced by electrolysis from magnesium nitrate hexahydrate melt (Figure 14a). There is
no difference in the morphology of needles obtained by the application of potentiostatic
and galvanostatic regimes of electrolysis [56,57]. Unlike electrolysis from the aqueous
electrolytes, molten salt electrolysis offers a possibility of direct formation of MgO next to
Mg(OH)2 (Figure 14b). The general theory of disperse deposit formation applied to explain
the formation of dendrites from aqueous electrolytes is also valid for dendrite formation
by molten salt electrolysis [22].
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4. Formation of Metal Powders by Electrolysis in Deep Eutectic Solvents (DESs)

In the last decade, deep eutectic solvents (DESs), as a unique class of multicomponent
solvent systems formed through hydrogen bond interactions, began to be used for the
synthesis of metal powders such as Pb [13,58–60], Sn [61,62], and Sb [63].

All electrodeposition parameters affecting the shape of Pb particles during electrolysis
from aqueous electrolytes also affect the particle shape obtained from this electrolyte type.
Depending on a concentration of PbO (in choline chloride (ChCl)–urea DES), various
forms of Pb powders, such as corals, rods, wires, needles, ferns, and dendritic forms, are
obtained, with an increasing tendency of a change of morphology of the particles from
coral-like to the 2D and the 3D dendrites with the increase in PbO concentration [58].
Simultaneously, with the increase in PbO concentration, the preferred orientation of the
powders changes from those with crystallites predominantly oriented in the (111) plane
to the strong (200) preferred orientation. Sub-micrometer lead wires of various lengths
and diameters with crystallites predominantly oriented in the (200) plane were obtained at
the various temperatures [13,59]. Coral-like particles of varied size and porosity, mainly
composed of many overlapped sub-micrometer lead flakes, were obtained by use of various
concentrations of galena (PbS) instead of PbO in the same ChCl–urea DES [60]. The Pb
crystallites in them were predominantly oriented in (111) plane. All mechanisms explaining
the formation of Pb powder particles from the aqueous solutions are also valid for the
formation of Pb powders from this electrolyte type.

Tin (Sn) powder particles with pyramid chain and dendritic structures were domi-
nantly obtained by electrolysis in choline chloride–ethylene glycol deep eutectic solvent
(ChCl-EG DES) [61,62]. The morphology of the particles changed from irregular particles to
both long straight pyramid chains and 3D dendrites with increasing current density. Aside
from the 3D dendrites, the mixture of the needle-like and the 2D dendrites was also formed
at the high current density. Simultaneously, the calculated TC(hkl) coefficients showed that
this change of the particle morphology was accompanied by the change of the preferred
orientation of the particles from (200) to (101) [61]. With an increase in the concentration of
Sn(II) ions, the morphology of the powders changed from the needle-like and the 3D den-
drites with well-defined stalk and branches to the particles with pyramid chain structure,
the needle-like and the 3D dendrites, and those like coarse pyramids. At the high Sn(II)
concentration, the strong (200) preferred orientation is observed, whereas at the low Sn(II)
concentration, Sn crystallites were dominantly oriented in the (211) plane [61]. Temperature
also had a strong effect on the shape of Sn powder particles electrolytically obtained in
ChCl-EG DES. The change of particle morphology from dendrites to tower cone-shaped
and pagoda-shaped particles was observed with the increasing reaction temperature [62].

Antimony (Sb) powders consisting of particles of various shapes were obtained by
electrolysis in ChCl-EG DES [63]. Depending on the current density and the temperature
applied, various forms of the powder particles such as pine cone, wheat grain, badminton,
dendritic, and cluster-like were synthesized. In all types of particles, the Sb crystallites
were dominantly oriented in the (012) plane.

5. Crystal Growth and Crystal Structure of Electrodeposited FCC Metals

As already mentioned, according to the exchange current density, the melting point,
and overpotential for hydrogen discharge, metals can be classified into three groups.
Further, based on the literature data for the stacking fault energy (SFE) values, it is possible
to expand this classification for fcc metals with low, medium, and high SFEs. SFE represents
the energy that is associated with the interruption of the normal stacking sequence of a
crystal plane, which has a notable influence on the mobility of defects, defect clusters,
and dislocations and thus influences the defect evolution and crystal growth. Ag and Pb
have low stacking fault energies, about 16 [64] and 25 mJ m−2 [65], respectively. For Cu
and Ni, different values of SFE can be found in the literature depending on the applied
measurement methods. The value of SFE for Cu ranges from 45 [66] to 85 mJ m−2 [65],
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which classifies it as a medium metal. Finally, Ni has a very high SFE that is more than
300 mJ m−2 [65].

The shape of an electrodeposited crystal is usually determined by the relative rates
of the advance of close-packed faces. Close-packed faces show a relatively slow growth
since the only places where atoms can be added are kink sites, while high index faces
show a more rapid growth. The total growth rate is determined by the growth of the
close-packed faces because the rapid disappearance of the high index faces is a result of
their high growth rate. At exceptionally low growth rates when the solution and the crystal
are nearly in equilibrium, the shape of faces will be determined by the requirement that
the total surface energy of crystals is minimized [67].

As Ag and Pb have low stacking fault energy, they are subject to profuse twinning and
stacking fault formation. The 2D and 3D dendrites of Ag [18,34,64,68] and Pb [26,29,31] are
twin crystals.

The 2D dendrites are of fern-like shape because they grow and branch in one plane
(Figure 3 for Pb and Figure 5c,d for Ag). Branching in one plane only is directly related
to the occurrence of growth twins, and at least one twinning boundary is parallel to the
plane of the dendrite [34,69]. Two or more twin planes guarantee the presence of at least
one reentrant edge that is a result of the emergence of a twin plane on a crystal surface,
which is a repeatable growth defect in faceted crystals. The twin grooves in nuclei are sites
of lower energy for further nucleation and growth than the faces [34,70]. The twinning
plane in fcc crystal is (111), with stalk and all branches being parallel to the <211> direction
growth. Dendrites also grow in thickness, using the layer growth mechanism while the
faces appear on the main face of a dendrite. The growth in <211> and <111> directions
causes the appearance of 3D dendrites (pine-like dendrites) (Figure 8) [34].

Although Cu has slightly higher stacking fault energy (medium), its growth is similar
to 3D dendrites (pine-like) of Ag electrodeposited from the ammonium electrolyte [38,41].
Dendrites also grow by layer growth mechanism [34]. The dendrites likely branch in the
<111> direction, so the main stem and primary branches make an angle of nearly 90◦

(Figure 10a,b). In this way, they have a 3D appearance.
Relative to Pb, Ag, and Cu, Ni as metal from the VIIIB group has smaller atomic

volumes and higher effective electron numbers, Z, which results in a smaller critical
dimension for nucleation. Ni possesses vast binding energy and thus favors the aggregation
of atoms into small 3D clusters. The diffusion of electrodeposited atoms along the surface is
inhibited by the high cohesive energy of this metal, which results in the nucleation, growth,
and coalescence of many 3D grains during deposition [71]. Moreover, due to the high
stacking fault energy, crystals of Ni are not inclined to twinning (Figure 12).

6. Conclusions

Correlation between morphology and crystal structure of metal powders produced
by the constant regimes of electrolysis was presented at the semiquantitative level. Mor-
phology of the powder particles was strongly affected by parameters such as the exchange
current density (the rate of electrochemical process) and overpotential for hydrogen evolu-
tion reaction. It was shown:

• The needle-like and the 2D fern-like dendrites were obtained by electrolysis of metals
characterized by the high j0 values (silver and lead). The powders composed of these
particles possessed either the strong (111) (the needle-like Ag and the 2D fern-like Pb
dendrites) or the (111) (the 2D fern-like Ag dendrites) preferred orientation.

• The 3D pine-like dendrites, including those built from globules, were produced
by electrolysis of metals characterized by medium j0 values (Ag electrodeposited
from the ammonium solution and Cu). The 3D pine-like dendrites were built from
approximately spherical grains. The powders composed of these particles possessed a
random orientation.
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• The intensive hydrogen evolution as the parallel reaction strongly affected the form of
the powder particles. The cauliflower-like (Cu) and the spongy-like (Ni) particles were
obtained under vigorous hydrogen evolution. Both types of particles were built from
approximately spherical grains. The powders composed of these particles showed a
random orientation.

• Formation of metal powders by electrolysis from molten salt (Mg) and electrolysis
in deep eutectic solvents (Pb, Sn, and Sb) was also presented. Special attention was
given to the analysis of the morphology and crystal structure of powders obtained by
these types of electrolysis.
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Appendix A

The “Texture Coefficient” TC(hkl) and the “Relative Texture Coefficient” RTC(hkl) were
determined by analysis of the XRD data. The ratio of reflection intensity (hkl) to the sum of
all intensities of the recorded reflections, R(hkl), (in%) is given by Equation (A1) [18,19]:

R(hkl) = (I(hkl)/
4

∑
i

I(hikili))× 100 (A1)

where I (hkl) is a reflection intensity (hkl) plane, in cps, and
4
∑
i

I(hkl) is the sum of all

intensities of the recorded reflections, in cps, for the powder being considered.
The “Texture Coefficient”, TC(hkl), for every (hkl) reflection is defined by

Equation (A2):

TC(hkl) =
R(hkl)
Rs (hkl)

(A2)

where Rs(hkl) is defined in the same way as given by Equation (A2) but is related to
the standard for metal under consideration. This coefficient gives accurate quantitative
information about the absolute reflection intensity.

Finally, the “Relative Texture Coefficient”, RTC(hkl), is defined by Equation (A3):

RTC(hkl) = (TC(hkl)/
4

∑
i

TC(hikili))× 100 (A3)

The RTC(hkl) coefficient defines the reflection intensity (hkl) relative to the standard
(included in the TC values).
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3. Stopić, S.; Dvorak, P.; Friedrich, B. Synthesis of Spherical Nanosized Copper Powder by Ultrasonic Spray Pyrolysis. World Metall.
2005, 58, 195–201.

4. Meshram, P.; Sinha, M.K.; Sahu, S.K.; Khan, P.; Pandey, B.D.; Mankhand, T.R. Solvothermal Synthesis of High Value Copper
Powder from Copper Bleed Solution of an Indian Copper Smelter. Powder Technol. 2013, 233, 335–340. [CrossRef]

5. Jhajharia, R.; Jain, D.; Sengar, A.; Goyal, A.; Soni, P.R. Synthesis of Copper Powder by Mechanically Activated Cementation.
Powder Technol. 2016, 301, 10–15. [CrossRef]

6. Rosenband, V.; Gany, A. Preparation of Nickel and Copper Submicrometer Particles by Pyrolysis of their Formats. J. Mater.
Process. Technol. 2004, 153, 1058–1061. [CrossRef]
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Morphological and Crystallographic Analysis of Electrochemically- and Chemically-Produced Silver Powder Particles. Metals
2017, 7, 160. [CrossRef]
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